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Abstract: Natural biopolymers, which are renewable, widely available, biodegradable, and biocompatible, have attracted huge interest in the development of biocomposite materials. Herein,
formulation–property relationships for starch/agar composite films were investigated. First, rapid
visco analysis was used to confirm the conditions needed for their gelation and to prepare filmogenic
solutions. All the original crystalline and/or lamellar structures of starch and agar were destroyed,
and films with cohesive and compact structures were formed, as shown by SEM, XRD, and SAXS.
All the plasticized films were predominantly amorphous, and the polymorphs of the composite films
were closer to that of the agar-only film. FTIR results suggest that the incorporation of agar restricted
starch chain interaction and rearrangement. The addition of agar to starch increased both tensile
strength and elongation at break, but the improvements were insignificant after the agar content
was over 50 wt.%. Contact angle results indicate that compared with the other samples, the 4:6
(wt./wt.) starch/agar film was less hydrophilic. Thus, this work shows that agar dominates the
structure and properties of starch/agar composites, and the best properties can be obtained with a
certain starch/agar ratio. Such composite polysaccharide films with tailored mechanical properties
and surface hydrophilicity could be useful in biodegradable packaging and biomedical applications
(wound dressing and tissue scaffolding).
Keywords: starch/agar composite film; phase morphology; starch lamellar structure; crystalline
structure; mechanical property; surface hydrophilicity
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1. Introduction
Starch-based edible films have attracted wide interest in recent years due to their
renewability, good sensory properties, and gas barrier properties [1,2]. Additionally, due
to the biodegradability of starch, starch-based films can also be used for biodegradable
food packaging [3–5]. Widely reported were films based on starch from a variety of plants,
such as corn [6,7], potato [1], cassava [2,8,9], palm tree [10–12], and yam [13]. Starch is
composed of amylose and amylopectin as two major macromolecules, which are packed
to form concentric semi-crystalline and amorphous growth rings, with three main types
of crystalline structure, namely, A-, B-, and C-type [14,15]. As each glucose repeat unit of
starch chains contains three hydroxyl groups, starch has strong hydrophilicity and excellent biocompatibility.
Starch films generally have poor mechanical properties and high water affinity [1,7,11].
For starch-based materials to be used for food packaging, high transparency and mechanical
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strength and low hygroscopicity are desirable [16]. Various attempts have been made to
overcome the limitations of starch and ameliorate the properties of starch-based films, such
as chemical modification [7,10], blending with cellulose or starch crystals [3], agar [1,8,17],
maltodextrin [2], xanthan [13], arabinoxylan [8], chitosan [18], and addition of plasticizers
(e.g., glycerol, sorbitol, and lignin) [1,19,20] or polysorbate 80 [19].
As a polysaccharide extracted from marine red algae (mainly Gelidium sp. and
Gracilaria sp.), agar is a heterogeneous complex mixture composed of agarose (gelling fraction) and agaropectin (non-gelling fraction) [21]. Agarose is a linear polysaccharide whose
chemical structure consists of β-D-galactose and 3,6-anhydro-α-L-galactose repeating units
through alternating α-(1→3) and β-(1→4) glycosidic bonds [21]. The gelling property of
agar, which is a hydrophilic colloid, highly relies on the quantity of the 3,6-anhydro-Lgalactose as well as the quantity and properties of sulfate groups [22]. Agaropectin, which
consists of non-gelling charged polysaccharides, is slightly branched and sulfated [21,23].
Agar contains sulfated functional groups and hydrophilic colloid molecules, which are
beneficial for film formation [24]. Adding agar into starch results in a notable improvement
in elongation and tensile stress and reduced water vapor permeability [1,2,7,8,10,13,17].
For example, Jumaidin et al. [10] evaluated the Young’s modulus and tensile strength of
sugar palm starch/agar blends, which had the highest values when the agar content was
40 wt.% and 30 wt.%, respectively. Nagar et al. [13] studied the addition of xanthan and
agar on the properties of elephant foot yam starch (EFYS)-based edible packaging film
plasticized by 40 wt.% glycerol. The lowest oxygen transmission rate (0.020 cm3 /m2 ) and
water vapor transmission rate (1494.54 g/m2 ) were found for the films of 4 EFYS/1 xanthan
(wt./wt.) and 4 EFYS/1.5 agar (wt./wt.), respectively; and the highest tensile strength
(20.14 MPa) was observed for the 4 EFYS/1.5 agar (wt./wt.) film. In another study, Phan
The et al. [8] investigated the surface hydrophobicity and wettability of a cassava starch
film, an agar film, and cassava starch/agar (8:2, 5:5, and 2:8, wt./wt.) composite films. All
the composite films had significantly lower initial contact angle values than that of the agar
film (92.58◦ ) but higher than that of the starch film (50.44◦ ). They explained that agar, as an
insoluble part of the film, would cause swelling of the film surface, resulting in a higher
contact angle value (81.49◦ ) even at a low proportion (starch/agar, 8:2, wt./wt.).
Despite the previous reports on starch/agar binary composite materials, how the
pasting behaviors of these polysaccharides, their interactions, and the composite structure
control the composite properties has not been fully explored, which forms the intention
of this work. Thus, we systematically studied the effect of starch/agar ratio ranging from
10:0 to 0:10, while the previous abovementioned studies only involved a limited number of
starch/agar ratios. Moreover, while native starch has a sophisticated multiscale structure
encompassing alternating amorphous and semicrystalline growth rings, crystalline and
amorphous lamellae, helical structures, and macromolecular chain conformation [14], how
agar affects this hierarchical structure of starch in starch/agar composite films is not yet
clear. The present work aimed to explore the effect of agar on maize starch-based edible
films plasticized by glycerol. We first used rapid visco analysis to understand how agar
affects the formation of filmogenic solutions. Then, the morphology, crystalline structure,
lamellar structure, mechanical properties, and surface hydrophilicity of these starch/agar
composite films were evaluated to establish formulation–structure–property relationships.
It is expected that the knowledge obtained from this work could be instrumental to the
development of biopolymer-based films for biodegradable packing and biomedical applications (e.g., wound dressing and tissue scaffolding).
2. Materials and Methods
2.1. Materials
Normal maize starch was supplied by Huanglong Food Industry Co., Ltd. (Gongzhuling, China). Agar with gel strength of 800–1200 g/cm2 was obtained from BioFroxx
(Einhausen, Hessen, Germany). Glycerol was procured from Sinopharm Chemical Reagent
Co., Ltd. (Shanghai, China). Distilled water was used in all experiments.
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2.2. Pasting Properties
A rapid visco analyzer (RVA-TecMaster, Perten, Sweden) was used to study the pasting
behaviors of starch/agar pastes (ratio: 10:0, 8:2, 6:4, 5:5, 4:6, 2:8, and 0:10, wt./wt.). An
amount of 0.6435 g of a starch/agar mixture was added to an aluminum canister which
contained 25 g of distilled water (2.5 wt.% total solid content in water). The resultant
slurry was manually stirred 10 times using a standard plastic paddle to make the slurry
completely dispersed before mounting to the RVA. The analysis of samples was performed
using the following temperature profiles: holding at 50 ◦ C for 1 min, heating to 90 ◦ C
within 3.7 min, maintaining at 90 ◦ C for 20 min, cooling to 50 ◦ C for 3.8 min, and holding
at 50 ◦ C for 3 min. The rotation speed of the plastic paddle was set at 960 rpm for the initial
10 s and maintained at 160 rpm during the remaining test period. Four replicates of each
sample were analyzed.
2.3. Preparation of Starch/Agar Composite Films
Starch/agar composite films with different mass ratio were prepared, as listed
in Table 1. Specifically, a mixture of starch and agar (10 g) was dissolved in a three-necked
flask with distilled water (388.5 g), where glycerol (1.5 g, i.e., 15 wt.% based on the total dry
mass of starch/agar) was added as a plasticizer. The solutions were heated and continuously stirred at 500 rpm and 90 ◦ C for 1 h. Then, each of the starch/agar pastes (50 ± 0.05 g)
was cast onto a plastic petri dish (radius: 15 cm) and dried at 60 ◦ C for 6 h. Afterward, the
obtained films were peeled off and equilibrated at 25 ◦ C and 57% relative humidity (RH)
achieved by saturated NaBr solution for at least 12 days before testing.
Table 1. Formulations of the different starch/agar composite films.
Sample

Starch (g)

Agar (g)

Glycerol (%)

S10A0
S8A2
S6A4
S5A5
S4A6
S2A8
S0A10

10
8
6
5
4
2
0

0
2
5
5
6
8
10

15
15
15
15
15
15
15

2.4. Characterization of Starch/Agar Composite Films
2.4.1. Scanning Electron Microscopy (SEM)
Both the starch, agar, and the cryo-fractured surfaces of the films (obtained using
liquid nitrogen) were imaged using a JSM 6390LV SEM system (JEOL Ltd., Tokyo, Japan)
at an acceleration voltage of 15 kV. Before imaging, samples were sputter-coated with gold
under vacuum.
2.4.2. X-ray Diffraction (XRD)
XRD analysis of the films was performed on a D8 Advance X-ray diffractometer
(Bruker, Karlsruhe, Germany) with a Cu Kα X-ray source (wavelength: 0.2 nm) at 40 kV
and 40 mA. X-ray diffractograms were recorded over an angular range (2θ) of 4◦ –50◦ at a
scanning speed of 10◦ /min.
2.4.3. Small-Angle X-ray Scattering (SAXS)
According to a method with modification [25], SAXS data were obtained using the
BL19U2 SAXS beamline at the Shanghai Synchrotron Radiation Facility (Shanghai, China).
A Pilatus 1 M detector (effective area 169 mm × 179 mm; pixel 172 µm × 172 µm) was
used to collect 2D scattering patterns of the samples. A one-dimensional SAXS curve was
obtained by RAW software. The data in a q range of about 0.01 to 0.20 Å−1 were used
as the results. The scattering vector, q, is defined as 4π·sinθ/λ, where 2θ is the scattering
angle and λ is the wavelength of the X-ray beam [26]. The signal collected on an empty cell
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was used as the background. Sample data were subtracted by the background signal and
then normalized.
2.4.4. Fourier-Transform Infrared Spectroscopy (FTIR)
FTIR analysis of the films was undertaken using a Nicolet Nexus 470 FTIR spectrophotometer (Thermo Fisher Scientific, Waltham, MA, USA) at room temperature (25 ◦ C). Data
were collected over a wavenumber range of 400–4000 cm−1 with 32 scans per second at a
resolution of 4 cm−1 . The spectrum of the air was used as the background.
2.4.5. Mechanical Properties
Mechanical testing was performed using a TA.XT Plus Texture Analyzer (Stable Micro
Systems Ltd., Surrey, UK) based on the ASTM D882-91 standard method to generate tensile
strength at break (σt ) and elongation at break (εb ) data. All films were cut into rectangular
strips of 10 mm × 50 mm and fixed on the fixture. The initial grip length was 30 mm. The
crosshead speed was 0.5 mm/s. Data of force (N) vs. deformation (mm) were recorded
using the TA.XT Plus Texture Expert software version 6.1.16.0 (Stable Micro Systems Ltd.,
Surrey, UK).
2.4.6. Surface Hydrophobicity and Wettability
The surface hydrophobicity and wettability of the films were evaluated using an
OCA15EC contact angle goniometer (DataPhysics, Filderstadt, Germany) equipped with
image analysis software (SCA20) based on a sessile-drop method at room temperature
(25 ◦ C). H2 O and diiodomethane (CH2 I2 ) were used as polar and dispersive liquids,
respectively. The film was attached to the slide, and deionized water (2 µL) or CH2 I2
(1.5 µL) was placed onto the film using a micro-injector. The contact angle was measured
and recorded on both sides of the droplet and averaged. In the present work, the contact
angle of H2 O or CH2 I2 at the triple contact point of film/liquid/air phases at the time of
30 s was chosen with the purpose to indicate the surface hydrophobicity and wettability of
starch-based films.
The Owens, Wendt, Rabel, and Kaelbe (OWRK) method [27] was used to calculate the
surface energy:
γs = γsD + γsP
(1)
q

q
γlD γsD + γlP γsP
(2)
(1 + cos θ )γL = 2
In these equations, θ is the contact angle (CA) of the testing liquid; γs is the surface
energy of the testing liquid; γl D and γl P are the dispersion and polar components of the
surface energy of the testing liquid, respectively; and γs D and γs P are the dispersion and
polar components of the surface energy of the film tested, respectively.
2.5. Statistical Analysis
Results are presented as the means ± standard deviations (SD) and statistically analyzed using SPSS 23 (IBM Co., New York, NY, USA) based on one-way analysis of variance
(ANOVA). Comparisons among means were determined (p < 0.05) by Duncan’s multiple
range tests.
3. Results and Discussion
3.1. Rapid Visco Analysis of Starch/Agar Pastes
The rapid visco analysis results of the different starch/agar pastes are presented
in Figure 1. The pasting behavior of starch is mainly associated with the swelling and the
rupture of starch granules [28,29]. In this work, we chose a low starch/agar concentration
(2.5 wt.%) to allow the viscosity measured for all the formulations to be within the testing
range since the viscosity of agar paste was much higher. At this concentration, the viscosity
of the starch-only paste (S10A0) was low and did not change much during the entire
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gelatinization and retrogradation process. The peak viscosity and final viscosity of the
agar-only paste (S0A10) were the highest among all the samples analyzed, which can
be attributed to the gelation and thickening behavior of agarose in the agar component.
Agar can form a strong gel once a certain temperature is reached even at a very low
concentration [30]. Normally, in the case of a two-phase system, the blend viscosity will
be affected by the respective changes in the two phases and interaction between the
two phases [31]. Here, for all the two-phase systems, agar played a dominant role in
determining the overall paste viscosity. In other words, the presence of agar, especially at
high contents, significantly increased the viscosity of the starch paste.

Figure 1. Rapid visco analysis results for the different starch/agar pastes.

Table 2 lists the pasting properties of the different starch/agar pastes obtained from
rapid visco analysis. Pasting temperature (PT) reflects the initial swelling of starch granules [30]. PT was defined as the temperature at which point the apparent viscosity starts
to develop [32]. PT decreased moderately with an increasing concentration of agar in the
two-phase system. Agar has good water holding capacity [30]. In the starch/agar system,
it may reduce the water availability of starch and thus decrease the PT of starch.
Table 2. Pasting properties of different starch/agar pastes.
Sample
S10A0
S8A2
S6A4
S5A5
S4A6
S2A8
S0A10

Pasting Temperature (◦ C)
a

89.33 ± 0.90
88.25 ± 2.28 a
84.59 ± 2.42 b
84.33 ± 2.90 b
83.74 ± 2.75 b
81.93 ± 1.23 bc
78.54 ± 2.94 c

Peak Viscosity (cP)
g

21.50 ± 1.73
32.50 ± 1.29 f
51.00 ± 0.82 e
63.00 ± 0.82 d
76.25 ± 0.96 c
110.75 ± 1.89 b
169.25 ± 2.63 a

Final Viscosity (cP)
g

23.75 ± 2.06
46.25 ± 1.89 f
76.75 ± 1.26 e
103.00 ± 0.82 d
138.25 ± 1.26 c
231.75 ± 2.75 b
366.75 ± 4.50 a

Breakdown (cP)
de

1.50 ± 1.29
1.00 ± 0.82 e
2.25 ± 0.50 cde
2.75 ± 0.50 cd
3.75 ± 0.50 c
9.25 ± 0.96 b
21.25 ± 1.71 a

Setback (cP)
3.75 ± 1.71 g
14.75 ± 1.71 f
28.00 ± 1.63 e
42.75 ± 0.96 d
65.75 ± 0.96 c
130.25 ± 0.96 b
218.75 ± 3.10 a

The results are presented as means ± standard deviations (SD). Means with different letters in the same column are significantly different (p < 0.05).

Peak viscosity (PV) is related to the swelling capacity of starch, which can reflect the
water-binding capacity of starch [33]. PV is defined as the maximum viscosity during
heating and holding at 90 ◦ C [32]. The PV of the starch/agar paste was positively correlated
with the agar concentration in the blend system. A high water content is conducive to
the granule swelling, gelatinization, and subsequent granule breakdown of starch [34].
However, the presence of agar limits water available to starch, and the amount of amylose
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leaching from starch granules is also significantly reduced. Thus, the increase in PV with
a higher agar content could be mainly contributed by the thickening behavior of agarose
in agar.
Break down (BD) value is a measure of the degree of disintegration for starch granules
and can reflect the thermal stability of a paste [35]. BD refers to the difference between
PV and trough viscosity, while trough viscosity means the minimum viscosity between
PV and final viscosity (during holding at 50 ◦ C) [32]. Under the heating and shear stress,
the viscosity of starch paste drops to the minimum due to the burst of swollen starch
granules [35]. For all pastes containing starch, no significant BD was observed, indicating
that these pastes had good thermal stability under heating and shearing.
Setback value (SB) is associated with the retrogradation of starch and the rearrangement of starch molecules leached from starch granules during cooling [30]. SB is defined
as the difference between final and trough viscosities [32]. A higher agar content in the
system led to higher setback and FV, which could be attributed to the increased gel strength
of the two-phase system during cooling, especially contributed by agarose. The RVA
results indicate that 90 ◦ C is suitable to generate well-developed pastes for film formation,
irrespective of starch/agar ratio.
3.2. Morphology of Starch/Agar Films
Figure 2 shows the morphologies of the native starch, native agar, and the fractured
surfaces of the different starch/agar films. Normal maize starch granules are shown to
be angular in shape, as amylopectin-rich starch granules studied elsewhere [36,37]. Agar
powders are irregular flakes with a broader size distribution than starch granules. The
SEM images show that the original structures of both starch and agar were destroyed,
and these polysaccharides were well processed and plasticized by glycerol. Glycerol can
bind with polysaccharide polar groups (mainly hydroxyl groups), act as spacers between
polysaccharide chains, and reduce the interaction between polysaccharide chains, thus
providing a plasticization effect.
Both the starch-only film (S10A0) and the agar-only film (S0A10) displayed a cohesive
and compact structure, while the structure of S10A0 seemed to be more homogenous. All
the starch/agar films (S8A2, S6A4, S5A5, S4A6, and S2A8) showed a cryo-fractured surface
morphology closer to that of S0A10. No phase separation could be observed. As both
starch and agar are polysaccharides with abundant polar groups (mainly hydroxyl groups),
high compatibility between them is expected. Nevertheless, there may be some degree of
phase separation between the two polysaccharides considering their difference in viscosity.
3.3. Crystalline Structure of Starch/Agar Films
The crystalline structures of the native starch, native agar and the different starch/agar
composite films were studied by XRD, with curves shown in Figure 3. Native normal maize
starch showed the A-type crystalline pattern with strong reflections at about 15.5◦ , 17.4◦ ,
18.2◦ , and 23.2◦ [38,39]. In addition, this starch also displayed a small peak at around 20◦ ,
indicative of the V-type crystalline structure. For native agar, there were no sharp peaks,
except for a broad peak at 19◦ and a weak shoulder at about 14◦ , indicating it is mostly
amorphous [40]. The minor crystallinity of agar can be attributed to the double-helical
conformation formed by intermolecular hydrogen bonds in agar [41].
For the plasticized starch film (S10A0), the original A-type crystalline structure of
native maize starch disappeared; instead, there was a slight shoulder at around 2θ = 17◦
and a weak peak at 2θ = 20◦ , suggesting a combination of B-type and V-type crystalline
structures. It was established that plasticized starch tends to form the V-type crystalline
structure [42]. Additionally, following the complete disruption of the original A-type
crystalline structure, recrystallization during storage at 57% RH led to completely different
polymorphs [43]. The plasticized agar (S0A10) displayed a broad peak at about 2θ = 20◦
and a slight peak at 2θ = 14◦ , which is consistent with previous reports [22,44], and denotes
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that the crystalline structure of native agar was changed. During processing, agar chains
could form double helices, which led to new crystallites [1,40,45].

Figure 2. SEM image of native maize starch, native agar, and the different starch/agar films.
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Figure 3. X-ray diffractogram for native maize starch, native agar, and the different starch/agar films.

All the composite films showed XRD patterns closer to that of S0A10 even at high
starch ratios and were mostly amorphous. Regarding this, we propose that agar had a
strong interaction with starch, restricted starch recrystallization, and agar dominated the
polymorph for the composite films.
3.4. Nanoscale Structure of Starch in Starch/Agar Films
The SAXS technique could be a useful tool to understand the semi-crystalline lamellar
structure of starch [46]. According to Blazek et al. [47], for starch granules, the intensity of
the scattering peak depends on the amount of ordered semi-crystalline structures and/or
the difference in electron density between the crystalline and amorphous lamellae relative
to the amorphous background. For native normal maize starch in a hydrated state, the
SAXS curve has a strong lamellar peak in the range of 0.06–0.07 Å−1 and a less-resolved
peak at 0.13 Å−1 , which are associated with the semicrystalline lamellar structure in starch
and the second-order reflection of lamellar arrangement, respectively [48].
Figure 4 shows that for all the plasticized films, these characteristic SAXS peaks of the
native starch were missing, and no new peaks appeared. There were only shoulders at
about 0.03 and 0.2 Å−1 , indicating two fractal scattering regions with different fractal dimensions at high and low q values [49]. These shoulders also indicate nanoscale molecular
organization (amorphous–crystalline structure) in the films [45,50]. The SAXS results here
suggest that the semi-crystalline lamellar structure of starch was completely destroyed
during starch gelatinization [47], as expected.
3.5. Molecular Interactions of Starch/Agar Films
Figure 5a shows the FTIR spectra for the native starch, native agar, and the different
starch/agar composite films. The characteristic absorption bands for starch and agar are
summarized in Table 3. The spectra for the starch/agar composite films had characteristic
bands of both starch and agar. No new peaks were shown, indicating that there were no
chemical reactions during film processing. Bands moving lower wavenumbers indicates a
stronger interaction involving hydroxyl groups [12]. The O–H stretching of the native starch
is shown at 3303 cm−1 and that of native agar at 3356 cm−1 . Compared with the native
starch and agar, the processed films showed similar band positions. Shifting of the peak
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was not evident here as the peak positions could hardly be accurately determined, although
the native structures of starch and agar were destroyed (see SEM images) and there could
be new ways of chain interaction in the film, especially between the polysaccharides
and glycerol [1,10]. Additionally, there could be hydrogen bonding and/or hydrophobic
interaction between polysaccharide chains [51].

Figure 4. SAXS curves for the different starch/agar films.
Table 3. Summary of FTIR bands and assignments.
Bands (cm−1 )

Assignment

References

Starch and agar

–

–

2850
3700–3100
2900
1450–1400

Methoxy groups (R–O–CH3 )
O–H stretching
C–H stretching (CH2 or CH3 )
O–H bending

[22,40]
[1,2,6,10–12,22,24,38,40,44]
[1,6,10–12,22,24,38,40]
[10–12]

Starch

–

–

1640
1164–928
1089–1020
770–1120

Tightly bound water in starch
C–O stretching
C–O stretching of anhydro-glucose ring
C–O–C stretching of glucose units

[1,10,38]
[1,10,38]
[1,10–12,38]
[6]

Agar

–

–

1644
1075, 1039, 930
886
1371

Conjugated peptide bond formed by amine
group (–NH) and acetone group (–CO)
C–O stretching of 3,6-anhydro-galactose
C–H of β-galactose residues
Ester sulfate group

[1,10,24,40,44,45,52]
[1,10,24,40,41,45]
[1,40,44,52]
[1,24,40,44,45]
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Figure 5. (a) FTIR spectra for native maize starch, native agar, and the different starch/agar composite films in the
wavenumber ranges of 4000–600 cm−1 (the reference lines at 3356 and 3303 cm−1 indicate peak positions for native agar
and native starch, respectively); (b) deconvoluted FTIR spectra of normal maize starch and the different starch/agar
composite films at 1200–800 cm−1 (the reference lines indicate peak positions for S10A0); (c) ratios of the peak intensities at
995/1022 cm−1 for the different starch/agar composite films; (d) FTIR spectra for native agar, and the different starch/agar
composite films in the wavenumber range of 1800–800 cm−1 (the reference lines indicate peak positions for S0A10). The
errors bars represent standard deviations.

As shown in Figure 5b, the glycerol-plasticized starch (S10A0) displayed a similar
spectrum to that for the native starch. The intensity of the three characteristic peaks that
appeared at 1150, 1077, and 1017 cm−1 could reflect the changes in the chain conformation
and helical structure of the starch due to the loss of the crystalline structure caused by
gelatinization [1]. The composite films with the agar content lower than 60 wt.% showed a
very similar spectrum to that for S10A0. In contrast, the spectra for S4/A6 and S2/A8 were
closer to the spectrum for S0/A10. This could indicate that agar influenced starch chain
conformation and helical structure, especially at high contents (≥ 60 wt.%).
According to Kochkina et al. [6], the absorption band at 995 cm−1 corresponds to the
hydrated crystalline domains in starch, and the absorption bands at 1022 and 1048 cm−1
can be associated with the amorphous and crystalline structures [6]. The ratios of the
peak intensities at 992/1017 cm−1 for the different samples were calculated and shown
in Figure 5c. Please note that for different samples, these two peaks may have slight
shifting, so the wavenumbers of these characteristic peaks may vary slightly. For the
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composite films, with a higher content of agar, this ratio decreased, indicating that the
short-range order of starch was significantly reduced. This means the incorporation of agar
restricted starch chain interaction and rearrangement.
The FTIR spectra in the range of 1800–800 cm−1 for native agar and the different
starch/agar composite films are shown in Figure 5d. The glycerol-plasticized agar (S0A10)
showed similar spectra to that for native agar. Compared with S0A10, the composite films
with a lower agar content had a single band at 1373 cm−1 (O–H bending) gradually shifted
to lower wavenumbers, which could be due to the hydrogen-bonding interaction between
starch and agar [10].
3.6. Mechanical Properties of Starch/Agar Films
The tensile strength (σt ) and elongation at break (εb ) values of the different starch/agar
composite films are shown in Figure 6. The plasticized agar film (S0A10) had higher σt
and εb than the plasticized starch (S10A0). Similar findings were reported by Phan The
et al. [8,53]. The higher σt value of S0A10 than S10A0 indicates greater intramolecular
interactions in S0A10. The higher stretchability of S0A10 than S10A0 is a result of agar being
a fibrous biopolymer [9]. In addition, the sulfated segments could disrupt the double-helix
aggregation and make the agar structure flexible [8].

Figure 6. Tensile strength (σt ) and elongation at break (εb ) for the different starch/agar composite
films. The errors bars represent standard deviations.

In general, with an increasing amount of agar, the composite had improved mechanical properties (both σt and εb increased), which agrees with previous studies [8,13,17].
Increasing agar content from 0% to 80% increased σt by 52.8% and εb showed the maximum
value for S2A8 (10.76%). The improvement in σt may be attributed to chain interactions
between starch and agar and the cohesive morphology of composite films (as shown by
SEM images) after the addition of agar. In addition, the water holding capacity of the
composite films might be increased with a higher content of agar, thereby increasing εb [17].
3.7. Surface Hydrophobicity of Starch/Agar Films
Figure 7 shows the H2 O or CH2 I2 contact angle values at 30 s (θ H2O and θ CH2I2 )
and surface energy (γs ) values for the different starch/agar composite films. The θ H2O
values for S10A0 and S0A10 were 78.34◦ ± 30.02◦ and 59.72◦ ± 3.82◦ , lower than 90◦ ;
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thus, they can be considered to have a hydrophilic surface [45,54]. The mixture samples
had θ H2O values similar to those for S10A0 and S0A10 without significant difference,
except for S4A6, which showed a θ H2O value of 103.2◦ and was hydrophobic. The surface
hydrophilicity of a biopolymer material is largely determined by the availability of polar
groups on the material surface that are free to bind with water [55]. In this sense, the
higher hydrophobicity of S4A6 might be due to the interaction between starch and agar,
making a smaller number of polar groups (hydroxyl and sulfate groups) available on the
film surface to bind with water. It is also possible that the phase separation between starch
and agar in a 4:6 (wt./wt.) ratio led to a rougher surface, which could also contribute to
higher surface hydrophobicity [41]. S4A6 had the lowest γs value among all the samples,
confirming that this composite film had the lowest degree of surface polarity and highest
surface hydrophobicity. This needs further investigation.

Figure 7. H2 O and CH2 I2 contact angle values at 30 s (θ H2O and θ CH2I2 ) and surface energy (γs )
values for the different starch/agar composite films. The errors bars represent standard deviations.

4. Conclusions
This work demonstrates that blending starch, which is a cheap polysaccharide, and
agar, which has stronger gelation and mechanical properties, is a viable means to generate
cost-effective biodegradable films. Rapid visco analysis indicates that both starch and agar
could develop into paste for film formation, and the viscosity of polysaccharide paste was
mainly contributed by agar. Morphological, SAXS, and XRD analyses show that the original
structural features (granule, lamellar, and crystalline structures) of native starch and agar
were destroyed or disrupted completely. New crystalline structures were generated in
the different polysaccharide films, despite rather low crystallinity. The polymorphs of
the composite films were closer to that of the plasticized agar (S0A10) even at high starch
ratios, indicating that agar largely hindered starch chain interactions. FTIR results show
that the incorporation of agar restricted starch chain interaction and rearrangement. The
addition of agar into starch led to plasticized films with significantly improved tensile
strength and flexibility until the agar content reached 50 wt.% of the total polysaccharides.
Further increasing the agar content did not vary the mechanical properties significantly.
Moreover, contact angle results indicate that S4A6 was less hydrophilic and had lower
surface energy than other samples. Thus, this work shows that the best properties of
starch/agar composites can be obtained with a certain starch/agar ratio. The findings from
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this work could be insightful for the development of biopolymer composites with balanced
costs and performance for biodegradable packaging and biomedical applications.
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