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Despite over ten years of research into the low-cost electrowinning of titanium direct from the oxide, the
reduction sequence of TiO2 pellets in molten CaCl2 has been the subject of debate, particularly as the reduction
pathway has been inferred from ex-situ studies. Here, for the first time white beam synchrotron X-ray diffraction
is used to characterize the phases that form, in-situ duringreduction and with∼100µm spatial resolution. It is
found that TiO2 becomes sub-stoichiometric very early in reduction facilitating the ionic conduction of oxygen
ions, that CaTiO3 persists to nearly the end of the process and that, finally, CaO forms just before completion
of the process. The method is quite generally applicable to the in-situ study of industrial chemical processes.
Implications for the industrial scale-up of this method forthe low-cost production of titanium are drawn.

I. INTRODUCTION

The FFC Cambridge process is an electrochemical method
by which metal oxides are reduced to metal using a molten
chloride flux [1]. The process is thought to have the potential
to lead to a step change in the cost of extraction of several
metal alloy systems, including titanium. Currently the most
widely used method for extracting titanium from rutile is the
Kroll process [2].

The FFC Cambridge reduction of TiO2 involves the pro-
gressive reduction and deoxidation of a porous TiO2 pellet
cathode in a molten halide salt. At the cathode the titanium
oxide is reduced to titanium and the oxide ions dissolve into
the calcium chloride. These oxide ions migrate to a carbon
anode where they form carbon dioxide and carbon monoxide.
The reduction pathway for this process has been studied using
a combination of pellet reductions [3], metal-cavity electrode
[4] and thin-film experimentation [5].

Previous work by the present authors has focussed on the
reduction of TiO2 using thin films [5] and metal-cavity elec-
trodes [4]. Using cyclic voltammetry, these studies identified
several electrochemical events taking place during reduction.
These electrochemical events C4, C3, C2’, C2 and C1 were
identified as reactions 1 to 6 respectively, usingex-situ X-
ray diffraction (XRD) analysis of the thin-films removed after
each reduction event. Despite being observed in XRD, the for-
mation of CaTiO3 was not observed on the voltammograms.
As such it was believed to form via a chemical reaction [6].

2TiO2 +2e− → Ti3O5 +O2− (1)

2Ti3O5 +2e− → 3Ti2O3 +O2− (2)

CaTiO3 +2e− → Ca2+ +TiO+2O2− (3)

Ti2O3 +2e− → 2TiO+O2− (4)

TiO+2e− → 2TiO+O2− (5)

TiO2 +Ca2+ +O2−
→ CaTiO3 (6)

The reduction behaviour of TiO2 pellets, thin-films and
metal-cavity electrodes can be rationalised by reference to an
electrochemical predominance diagram (EPD) [6], Figure 2.
Here, electrode potential is shown vs. the negative logarithm
of the oxide activity in the salt (pO2−) and the thermodynami-
cally stable species are indicated at different potential/oxide
activity combinations. The bottom left hand corner corre-
sponds to highly negatively polarized cathodes with a high
O2− concentration. The oxide content of electrolyte after pre-
electrolysis has been determined to be in the range of three to
four pO2− [7].

FIG. 1: Electrochemical predominance diagram for the system
Ca-Ti-O-Cl at 1173K.

The EPD (Figure 1) shows that the evolution of phases at a
particular electrode potential is greatly dependent on theoxide
content of the surrounding electrolyte. For example, reducing
TiO2 in oxide-saturated electrolyte (pO2− = 0) will lead to a
chemical reaction between CaO and TiO2 to form CaTiO3,
which would subsequently reduce to titanium. If the elec-
trolyte contained lower levels of oxide (pO2− = 6), then TiO2
would reduce through the lower titanium oxides to titanium.
Thus it can be seen that the evolution of phases is dependent
on several factors. Thus to achieve a consistent product the
fundamentals of the process must be understood.

In all the aforementioned studies the phase identification is
carried out ex-situ, once the samples have been cooled and
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washed. This information is then correlated toin-situ voltam-
metric or amperometric data. However, upon cooling any
number of phase and crystallographic changes or compropor-
tionation and disproportionation reactions may take place. In
addition, washing may remove water-soluble species. This
has resulted in erroneous and conflicting reduction pathways
being proposed. By performingin-situ synchrotron X-ray
diffraction (SXRD) on a FFC Cambridge cell whilst reducing
a pellet of TiO2, we are able to present the first unequivocal
description of the reduction pathway for TiO2.

II. RESULTS

The scans for the gauge volume closest to the bottom sur-
face (1.2mm) of the sample are shown in Figure 2. The Ri-
etveld refinements at key intervals in the reduction processare
shown in Supplementary Figure 6. In some cases, due to the
small gauge volume, insufficient grains were sampled to pro-
duce a true powder pattern. In these case there was some dis-
parity between the observed and calculated peak intensities.
By analysing the scans from the bottom side of the sample
(0, 0.3, 0.6, 0.9 and 1.2mm), molar fractions of the phases
present were obtained (Figure 3).

FIG. 2: Evolution of the diffraction patterns obtained near the
surface of the pellet (1.2 mm from the centre).

The refined lattice parameters can be used to estimate the
interstitial oxygen content in theα-Ti phase. The thermal ex-
pansion data for lattice parameter of Berry and Raynor [9],
based on a temperature range of room temperature to 700◦C,
was combined with the room temperature dependence of oxy-
gen content on lattice parameter measured by Davidet al. [8].
The data used are shown in Table I and the combined thermal
and compositional effects are given in equations 7 and 8. It
should be noted that the hexagonala-axis length is largely in-
dependent of O content, so only thec-axis data was used in the
analysis. It is further assumed that the titanium that first forms

FIG. 3: Evolution of the phases present throughout the sample,
obtained by Rietveld refinement.

was saturated with oxygen (14 wt.% O at 900◦C). The varia-
tion in c-axis lattice parameter and inferred interstitial oxygen
content in theα-Ti phase are shown in Figure 4. By combin-
ing this data with the phase fraction information the total oxy-
gen content at different locations have been estimated, along
with the total pellet oxygen content for comparison with the
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TABLE I: α-Ti single crystal thermal expansion coefficients and
dependence of lattice parameter on oxygen content - C(O).

a0 (nm)∗ 0.29511 [11]

c0 (nm)∗ 0.46826 [11]

αa ×10−6 (K−1) 11.03 [10]

αc ×10−6 (K−1) 13.37 [10]

da/dC(O)×10−4 (nmat. %−1) 0.78459 [11]

dc/dC(O)×10−4 (nmat. %−1) 4.7112 [11]
∗ Measured at room temperature,∼ 0 ppm oxygen

time-current data, Figure 5.

FIG. 4: Variation in thec - lattice parameter ofα-Ti and inferred
interstitial oxygen content during reduction.

aαTi = a0(1+ ∆Tαα)+C(O)
da

dC(O)
(7)

cαTi = c0(1+ ∆Tαα)+C(O)
dc

dC(O)
(8)

The first scans of the gauge volumes (Figure 3) reveals that
rutile (TiO2), Ti4O7 and CaTiO3 are present at the beginning
of reduction. The presence of Ti4O7 is consistent with the
general electronic theory of TiO2 [10–12], which states that
when TiO2 is subjected to a low oxygen atmosphere it begins
to equilibrate with the atmosphere. This is achieved via the
creation of defects in the crystal structure, which resultsin
TiO2 being reduced. It should be noted that in addition to
Ti4O7, other Magnèli phases (e.g Ti5O9) fit relatively well,
indicating that a range of Magnèli phases is present with the
main phase being Ti4O7. This is the Magnèli phase most often
detected during the FFC reduction of TiO2 systems [3, 13].

The transformation to substoichiometric TiO2 phases and
subsequent release of oxygen ions into the electrolyte, results
in the formation of CaTiO3. This is supported by the work of
Jianget al. [14], whom suggest that the slight reduction of
TiO2 facilitates the transformation to the perovskite structure

FIG. 5: Evolution of oxygen content at different locations in the
pellet (a) and total oxygen content of the pellet compared tothe

current variation during reduction (b).

of CaTiO3.
It is interesting to note that the phase Ti3O5 is not detected

during reduction. Both the Ti-O phase diagram [15] and the
EPD (Figure 1) predict that this phase should precede the for-
mation of Ti2O3. In addition, significant quantities were ob-
served by Schwandtet al. [3], by Dring et al. [5] and by
the authors duringex-situ analysis of thin films. The narrow
homogeneity range of Ti3O5 as shown in the EPD (Figure 1
and Ti-O phase diagrams indicates that significant quantities
would only form in-situ if the electrode potential were held
within the Ti3O5 phase field. It is hypothesised that the sig-
nificant quantities of Ti3O5 observed by Schwandtet al. were
a result of a disproportionation reaction of Magnli phases dur-
ing cooling. It can be concluded that either the Ti3O5 field
of stability is traversed rapidly or that kinetic considerations
prevent it from forming during reduction. Thus the observed
formation of Ti3O5, by the aforementioned authors, would be
a result of a disproportionation reaction during the cooling of
Magnéi phases.

Ti2O3 seems to have a more significant impact on reduc-
tion at the reduction temperature. It is detected at each gauge
volume. Figure 8 shows that Ti2O3 reduces to cubic TiO. The
monoclinic variant, alpha TiO, and Ti3O2, are not detected de-
spite the fact that the Ti-O phase diagram [15] would suggest
that they would form at temperatures less than 940◦C. The
beta TiO then gradually reduces to alpha Ti.

CaTiO3 and, in the inner regions of the pellet, CaTi2O4, are
present for all but the last few hours of the reduction process.
CaTiO3 is reported to have a large compositional range [17],
however the derived lattice parameters for CaTiO3 remain
quite consistent throughout reduction range. The authors have
previously speculated that CaTiO3 can to some degree act as
a solid electrolyte allowing the transmission of oxide ions[7].
This could possibly account for the consistent stoichiometry
of CaTiO3. At the surface layers it would appear that CaTiO3
is reduced directly to Ti despite the fact that thermodynam-
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ically this would only occur at very low pO2−. In the in-
ner layers CaTi2O4 forms at the expense of CaTiO3 and TiO.
CaTi2O4 has previously been detected by the authors [17] and
Schwandt et al. [3] in pellet reductions of TiO2 based systems.
It was theorised that the formation of this phase was either a
result of the electrochemical reduction of CaTiO3 or the result
of a comproportionation reaction between CaTiO3 and TiO.
Figure 3 clearly shows that the formation of this phase clearly
results in the equimolar consumption of TiO and CaTiO3 in-
dicating that a comproportionation reaction is indeed respon-
sible for its formation (reaction 9).

CaTiO3 +TiO → CaTi2O4 (9)

The conditions required to form CaTi2O4 have been stud-
ied by Rogge et al. [18]. CaTiO3 and titanium metal powder
were combined with a CaCl2 flux at 1000◦C to form CaTi2O4.
It was shown that equimolar or titanium rich mixtures were
needed to form the compound. Rogge et al. [18] also observed
that when the titanium powder oxidised to TiO, CaTi2O4 was
not formed, indicating that the comproportionation reaction
probably has a small positive∆G. Figure 3 shows that the
formation of CaTi2O4 at the inner layers closely coincides
with the formation of titanium in the outer layers (0.6, -0.9
and 1.2 mm). Formation of titanium in the outer layers will
improve the electrical conductivity of those layers, in effect,
making them an extension of the titanium current collector.
This would improve the electrochemical reducing conditions
in these layers allowing mixtures of TiO and CaTiO3 to com-
proportionate.

Figure 5 shows that significant removal of oxygen takes
place at events 1, 2 and 3. When correlated to the molar frac-
tions charts (Figure 3), event 1 can be identified as the for-
mation of TiO. For the surface layers (1.2, -0.9 and 0.6mm),
event 2 was identified as the reduction of TiO to titanium. For
the inner layers (0.3 and 0 mm) event 2 is retarded due to the
formation of CaTi2O4. Event 3 relates to the removal of CaO,
which occurs at all locations with the exception of the cen-
tre (0mm). Following the dissolution of CaO, the removal of
interstitial oxygen from titanium commences.

CaO is detected throughout the pellet at the later stages of
reduction. This phase forms when the electrolyte in the pores
becomes saturated with oxide ions ( 22 mol.%). The onset
of CaO formation appears to correlate with the reduction of
CaTi2O4 in the inner layers. This results in a rapid evolution
of oxide ions that have to be transported through the pellet
pores to the bulk electrolyte. During reduction the porosity of
the pellet, which is originally highly porous (60% open poros-
ity), is reduced through a combination of sintering of titanium
and formation of titanate phases. This significantly reduces
the permeability of the pellet allowing oxide ion saturation to
occur. Once event 2 is complete at the inner layers the flux of
oxide ions passing through the pellet diminishes. At this point
the surface CaO rapidly dissolves which is closely followed
by the subsequent inner layers.

The formation of TiC is another important event. This
phase is often seen as a surface layer in reduced pellets. Two

mechanisms for TiC formation have been put forward by the
authors [7]. The first suggests that TiC is formed as a result of
a chemical reaction with carbon dust floating on the surface
of the electrolyte that occurs as the sample is removed from
the electrolyte. However the data supports the second mecha-
nism, which involves the electrochemical deposition of carbon
and subsequent reaction at the cathodic titanium surface ofthe
pellet. This occurs via the chemical formation of CO2−

3 via a
reaction between CO2 formed at the anode and O2− in the
electrolyte (reaction 10). This complex then is reduced at the
cathode to form CaO and carbon. The carbon then chemically
reacts with alpha titanium to form TiC (reaction 11).

CO2 +O2−
→ CO2−

3 (10)

CO2−
3 +Ti +4e− → 3O2− +TiC (11)

TiC formation is restricted to the surface of the pellet and
only forms at the later stages of the process. It is proposed
that TiC only forms once the cathode is sufficiently negatively
polarised for reaction 11 to take place. The potential at which
this takes place will be dependant on the activity of both the
carbonate and oxide ions with the oxide ion activity having the
dominant role. The oxide ion concentration in the region of
the pellet will only reduce once reduction is nearly complete.
Thus reaction 11 becomes more favourable once the process
nears completion. Another interesting effect related to TiC is
that an increase in lattice parameter c (Figure 4 was observed
at the latter stages of reduction at gauge volumes 0.6, 0.9 1.2
mm. This increase coincides with the formation of TiC. As
TiC is a low oxygen phase when compared with alpha Ti the
formation of TiC would causes the oxygen to partition into the
alpha titanium, leading to an increase in oxygen content and
lattice parameter c. In addition carbon has limited solubility in
alpha titanium ( 0.15 at. %), which could result in an increase
in lattice parameter. The low solubility of oxygen in TiC could
retard the formation of TiC until the oxygen content in the
titanium is sufficiently low.

III. DISCUSSION

The key findings of this paper can be summarised as fol-
lows. It was found that upon entering the low oxygen at-
mosphere, within the apparatus, TiO2 quickly forms substo-
ichiometric phases, which significantly improves ionic con-
ductivity over stoichiometric TiO2. In contradiction to the
work of Schwandt et al. [3], it was found that CaTiO3 forms
chemically from the substoichiometric TiO2 phases. CaTi2O4
was found to form from the comproportionation of TiO and
CaTiO3 and was detrimental to the reduction process. The
phases Ti3O5, alpha TiO and Ti3O2 were not observed despite
being predicted by the Ti-O phase diagram. The formation
and eventual dissolution of CaO was related to the oxide flux
within the pellet. The deoxidation of titanium was found to
occur only once CaO had been removed locally within the
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pellet. TiC was determined to form on the reduced pellet sur-
face through anin-situ electrochemical process but only oc-
curred when the oxygen content in the titanium reached ap-
proximately 16 at. %.

The relative ease by which low electrical conductivity TiO2
can be reduced via the FFC Cambridge process can be at-
tributed to the low O2 partial pressure in the apparatus. This
results in a nearly instantaneous formation of electrically con-
ductive Magnèli phases. The time required to reduce TiO2
pellets appears to be controlled by the formation of calcium
compounds (CaTiO3, CaTi2O4 and CaO). Their formation
causes reduces the permeability of the pores effectively caus-
ing passivation. As a result understanding the mechanism by
which these phases form and, more importantly, how to pre-
vent their formation is key to improving the efficiency of the
process. The chemical formation of CaTiO3, and hence the
subsequent formation of CaTi2O4 could be avoided if metal
oxides with lower valence titanium oxides (i.e. Ti2O3 and
TiO) are used as a starting product. Preventing the formation
of the titanates will improve permeability and hence decrease
the likelihood of oxide saturation and hence CaO formation.
Alternatively engineering of the preform geometry to max-
imise initial pore size and permeability could reduce the dele-
terious effect of titanate formation. The formation of titanium
carbide appears to be unavoidable with the current cell design.
Its formation can only be prevented if carbon free anodes are
employed or a membrane is used.

IV. METHODS

To form the TiO2 precursors, reagent grade TiO2 (99.5%
Alfa Aesar) was ball milled with ethanol and zirconia spheres
for 24 h. The slurry was dried and the powder ground in
a mortar and pestle with a small quantity of distilled water,
which acted as a binding agent. 0.4g of powder was placed
into a 13mm diameter die prior to uniaxial compaction at
100MPa. The precursors were then drilled to accept the com-
mercial purity Ti cathodic current collector and placed in an
alumina-firing trough and sintered in argon (BOC pureshield-
150mLmin−1 at 1373K for 3h at a rate of 3Kmin−1. The pel-
lets were then ground to reduce the pellet diameter and weight

to approximately 7mm and 0.2g respectively.

The electrochemical cell was designed to minimise attenu-
ation of the white X-ray beam and avoid additional sources
of diffraction. Reductions were performed in a resistance
furnace-heated quartz glass reaction vessel (Figure 7), based
on that used previously [20]. Openings were incorporated into
the furnace to allow the synchrotron X-ray beams to pass. A
glassy carbon crucible was used to contain the salt and act as
a consumable anode. Calcium chloride granules (Fluka) were
dried and prepared [20] within the carbon crucibles which
were then vacuum sealed prior to use.

The apparatus was heated at a rate of 1Kmin−1 under ar-
gon (BOC pureshield - 50mLmin−1) from room temperature
to the electrolysis temperature (1173K). The electrolyte was
then thermally equilibrated for three hours. Prior to exper-
iments the salt was pre-electrolysed for 1− 3h to remove
electro-active impurities by polarising a grade 2 CP-Ti rod
(3mm) versus the graphite crucible.

The sintered metal oxide precursor was attached to the ti-
tanium current collector and suspended above the salt prior
to pre-electrolysis. Following the pre-electrolysis the precur-
sor was lowered into the molten salt and polarised at a rate of
0.5mVs−1 from open circuit to−3100mV versus the carbon
anode.

The ID15A beamline at the ESRF was used to produce an
unmonochromated (white) X-ray beam in an energy disper-
sive mode. A 50µm by100µm incident beam and 5◦ scat-
tering angle were defined by slits yielding a gauge length
of 1000µm (Supplementary Figure 7). The assembly was
mounted on a translation stage allowing nine locations at dif-
ferent heights in the pellet to be studied. Diffraction spectra
were collected for 6s each for a total reduction time of 67ks
(18.5h).

The SXRD plots produced for each time and position were
analyzed by Rietveld refinement using GSAS [20], allowing
the phases present to be identified and atomic fractions to be
obtained. The source spectrum was normalized using both an
Al powder and the powder TiO2 pattern obtained from the pel-
let prior to insertion into the cell. Beam hardening within the
cell was accounted for by comparison with the initial patterns
obtained from the pellet.
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FIG. 6: Rietveld refinements and diffraction spectra obtained near
the surface of the pellet (1.2mm from the centre). Key peaks

labelled.
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FIG. 7: Schematic of electrochemical apparatus used for the in situ
X-ray studies, showing several gauge volumes present during

experimentation.


