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ABSTRACT: Surface-grafted polymers have been widely
applied to modulate biological interfaces and introduce addi-
tional functionality. Polymers derived from reversible addition−
fragmentation transfer (RAFT) polymerization have a masked
thiol at the ω-chain end providing an anchor point for conju-
gation and in particular displays high affinity for gold surfaces
(both flat and particulate). In this work, we report the direct
grafting of RAFTed polymers by a “thiol−ene click” (Michael
addition) onto glass substrates rather than gold, which provides
a more versatile surface for subsequent array-based applications
but retains the simplicity. The immobilization of two thermo-
responsive polymers are studied here, poly[oligo(ethylene glycol)
methyl ether methacrylate] (pOEGMA) and poly(N-isopropyla-
crylamide) (pNIPAM). Using a range of surface analysis tech-
niques the grafting efficiency was compared to thiol−gold and was quantitatively compared to the gold alternative using quartz crystal
microbalance. It is shown that this method gives easy access to grafted polymer surfaces with pNIPAM resulting in significantly
increased surface coverage compared to pOEGMA. The nonfouling (protein resistance) character of these surfaces is also demonstrated.

■ INTRODUCTION

The assembly/immobilization of polymers onto solid supports is
technologically useful due to the large variety of their appli-
cations, including corrosion, wetting, adhesion, and lubrication
control and the associated properties of an ultrathin (<500 nm)
grafted layer. It is known that the type of polymer and addi-
tionally the grafting density and brush thickness can alter the
applications of the surface.1 Polymers capable of responding to
an external stimulus can be incorporated into surfaces to enable
switchable behavior2 and there is particular interest in the bio-
logical applications of these systems.3 Coatings of thermores-
ponsive poly(N-isopropylacrylamide) (pNIPAM) are the classic
example and have been widely used as surface coatings to
thermally control the detachment of adsorbed cells on 2D cell
growth scaffolds.4 In addition to the pNIPAM coatings, materials
functionalized with surface-grafted poly[oligo(ethylene glycol)
methyl ether methacrylate] (pOEGMA) have been of great
interest to the polymer and materials science community due to
their thermoresponsive behavior,5−8 biocompatibility,7,8 and resis-
tance to protein and cell absorption.9 There are two conceptual
methods to obtain surface-grafted polymers: (i) “grafting from”,
where a surface-immobilized initiator is employed, providing a
high density polymer brushes; and (ii) “grafting to”, where a
preformed polymer is covalently attached to a surface. Although
“grafting from” gives higher densities and thicker coatings, char-
acterization of the chains is challenging. Conversely, “grafting to”
is limited in the density and thickness that can be achieved but is

conceptually simpler and enables full characterization of the
polymer, which is useful to eliminate batch-to-batch variability.
To enable “grafting to” a reactive end-group is required that can
undergo an efficient and preferably orthogonal coupling reaction.
Various functional groups have been employed for this, such as
active esters, azide/alkyne “click” and thiol−ene Michael addition
processes.10,11 Plasma polymerization can also be used to generate
highly branched and highly cross-linked polymers. This produces
highly dense and controllable layers and removes the need for
grafting but is limited by the requirement for ionizable monomer
species.12 Hydrogels can also offer a route to biologically interesting
polymer coatings. For example, poly(N-alkyl acrylamide) and
poly(urethane) hydrogel coated glass has been investigated for
its resistance to platelet adhesion13 and physically cross-linked
nanogels of branched poly(ethylene imine) have been used to
form antimicrobial ultrathin films on mica and graphite.14

One of the most convenient methods for formation of grafted
layers is thiol−gold immobilization (e.g., self-assembled mono-
layers) and has been widely applied.15 Inspired by this, McCormick
et al. utilized polymers synthesized by RAFT (reversible addition−
fragmentation transfer) polymerization for immobilization onto
gold surfaces.16 RAFT not only gives control over molecular
weight, dispersity, and is tolerant to most functional groups but
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also installs a protected thiol (via dithioester, trithiocarbamate, or
xanthate typically) at every chain end, making it ideal for gold-
grafting. For example, Gibson et al. have produce gold nano-
particle libraries based on RAFT17 or glycopolymer coated gold
particles.18 While a useful method, gold substrates are neither
cheap nor applicable to a range of analytical techniques (with the
obvious exception of surface plasmon resonance). Conversely,
the use of glass substrates for (micro)array applications has
revolutionized our understanding of many biochemical processes
by enabling high throughput analysis using minute quantities of
ligands.19 A key characteristic required for successful arrays is the
presentation of the ligand at the interface. However, a nonfouling
surface, which prevents unwanted protein/cell interactions, is
also desired in order to reduce false positive results on the arrays.
The addition of hydrophilic polymer such as PEG improves
this,20 but PEG is limited in terms of the chemical space for
attachment chemistry and is synthesized by anionic polymer-
ization, which is more challenging than controlled radical poly-
merization.
Considering the above, here we report the study of the

“grafting to” of RAFTed polymers onto glass slides, which have
been modified to enable a thiol−ene “click” reaction, to combine
the benefits of thiol−gold with the utility of a glass slide.
The interaction is studied in detail by a range of analytical tech-
niques and the potential as a substrate for a microarrays analysis
system is demonstrated.

■ EXPERIMENTAL SECTION
Materials and Methods. All reagents and solvents were used as

received from the supplier. Laboratory solvents were purchased from
Fisher Scientific, 3-(trimethoxysilyl)propyl acrylate from Sigma-Aldrich.
Microscope slides were purchased from Fisher Scientific (ground edges,
plain glass, product code: 12383118) and silicon wafers from IDB
Technologies with a resistivity of 1−10Ω. Tenmillimoles HEPES buffer,
containing 0.1 mmol CaCl2, pH 6.5, was prepared in 250 mL of Milli-Q
water. Ethanolamine and monomers were purchased from Sigma-Aldrich
and fluorescently labeled lectins (PNA, ConA) from Vector Laboratories
(Fluorescein FLK-2100 labeled).
Contact Angle Measurements. The water contact angle measure-

ments were conducted at room temperature using a Krüss drop shape
analysis system DSA100 equipped with a movable sample table and
microliter syringe. Full experimental details are included in the
Supporting Information.
Ellipsometry. Ellipsometry measurements were carried out on a

Nanofilm autonulling imaging ellipsometer with a resolution of 0.001°
(delta and psi). A 550 nm wavelength light source was used and all mea-
surements were taken using an angle of incidence scan at 50, 60, and 70°
using four zone nulling. Full experimental details are included in the
Supporting Information.
X-ray Photoelectron Spectroscopy. The samples were mounted

on to a sample bar using electrically conductive carbon tape and loaded
in to the fast-entry chamber of the Kratos Axis Ultra DLD spectrometer.

Once the fast-entry chamber had been evacuated to an appropriate
pressure, the samples were transferred in to the analysis chamber for
data acquisition at pressures of less than 1 × 10−9 mbar. Core level XPS
spectra were recorded using a pass energy of 20 eV (approximately
0.45 eV resolution) with the sample illuminated using an Al K α X-ray
source (hν = 1486.6 eV). Analysis of the XPS data was carried out using
the Casa XPS software using mixed Gaussian−Lorentzian (Voigt) line-
shapes. The transmission function of the analyzer has been carefully deter-
mined using clean Au, Ag, and Cu foils, while the work function of the
analyzer was determined using the Fermi edge of a polycrystalline Ag
sample at regular intervals throughout the experiment, thereby allowing
accurate composition and binding energy shifts to be determined.
All binding energies have been referenced to the C 1s peak arising
from adventitious carbon at 284.6 eV, a necessary correction due to the
insulating nature of the insulating nature of the oxide termination of the Si
substrate.

Microarray Scanner. The fluorescence images were obtained using
an Agilent G2565CA Scanner with a 2 μm resolution. Standard two
color scanning protocols were used with a SHG-YAG laser (532 nm)
and a helium−neon laser (633 nm). The samples were loaded and the
standard two color scan was run, producing the data as a tagged image
file (TIF). The resulting image files were analyzed using Agilent Feature
Extraction Software. The average fluorescent intensity was calculated
for the sample area of interest by taking the average output value for
the green channel for that set area. The background fluorescence
(the average output value for the green channel for all of the areas of the
sample without a lectin spot) was calculated manually and subtracted.

Quartz-Crystal Microbalancewith Dissipation.Gold and silicon
QCM sensors were purchased from Q-Sense. The sensors have a
resonant frequency of 4.95 MHz ± 50 kHz with a diameter of 14 mm
and a surface roughness of ≤3 nm. The experiments were carried out
using a Q-Sense E4 QCM-D instrument with the temperature set to
30 °C throughout the experiments, using the in-built temperature
controller. The surfaces were cleaned with piranha solution prior to use.
Should a sensor have been stored between cleaning and testing, it was
rinsed (ethanol 2 × 5 mL and water 2 × 5 mL) and dried with nitrogen,
immediately prior to usage. Solutions of pOEGMA and pNIPAM
(2 mg mL−1 in water with and without amine) were prepared and
sonicated and thermally equilibrated for 20 min prior to the experiment
in order to remove any air from the solutions. The sensors were placed in
the chambers and sonicated Milli-Q water was pumped at a rate of
200 μL·min−1 until the sensors’ resonant frequencies equilibrated.
The bathing solution was then changed to 2 mg·mL−1 of the relevant
polymer and allowed to equilibrate, whereupon the solution was changed
back towater to remove any polymer simply resting on the surface and the
flow was continued until a stable baseline was achieved. At each solution
change, the pump was stopped and restarted to avoid any air intake to the
system. Following the experiment, the system was cleaned (sodium
dodecyl sulfate, 2 mg·mL−1, followed by water, both pumped over at
maximum speed for 10min each) in order to remove any remaining traces
of unbound polymer. The sensors were washed with water and dried with
nitrogen and then stored in their original boxes until they were cleaned for
use in a further experiment.

The silicon sensors were placed into the QCM-D machine either in
their native state (chemically cleaned silicon surface) or having been

Table 1. Polymer Characterisation Data

polymera [M]/[CTA] conversionb (%) Mn,Theo
c (g mol−1) Mn,SEC

d (g mol−1) Mw/Mn
d CPe (°C)

pOEGMA25 25:1 80 3100 5000 1.24 82.9
pOEGMA50 50:1 85 6300 7200 1.28 78.2
pOEGMA100 100:1 85 12000 11000 1.33 75.4
pNIPAM25 25:1 95 2700 1500 1.21 60.2
pNIPAM50 50:1 95 4200 6200 1.23 53.6
pNIPAM100 100:1 95 11000 8600 1.23 46.2

aNIPAM = N-isopropylacrylamide; OEGMA = oligo(ethylene glycol) methyl ether methacrylate. bConversion determined by 1H NMR
spectroscopy. cDetermined by 1H NMR spectroscopy relative to an internal standard (mesitylene). dDetermined by SEC (DMF) relative to PMMA
standards. eCP = Cloud point at polymer concentration of 1 mg·mL−1 in PBS.
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previously functionalized with silane. The experiments were then carried
out as for the gold sensors.
Experimental Procedures. Surface Cleaning. The solid surfaces

used in this work (glass slides and silicon wafers) were cleaned using
piranha solution [caution: reacts violently with organic material].
The surfaces were placed into a 3:1 (v/v) mixture of 98% sulfuric acid
and 30% hydrogen peroxide, on ice, for 20 min, then rinsed with
deionized water and dried in a gentle stream of dry nitrogen.
Silanization and Control Surfaces. Immediately following the cleaning

process, the samples were immersed into a solution of 3-(trimethyoxysilyl)-
propyl acrylate (5 mL, 2% v/v in toluene, 2 h, RT), washed with toluene
(5 × 2 mL) and water (5 × 2 mL), then blown under a stream of nitrogen
until dry. This process applied to the glass slides and the silicon wafers.

Polymer Functionalization of Silane-Coated Surfaces. Following
silanization, the samples were immersed into the chosen polymer
solution (2 mg·mL−1 in water) for 2 h (RT), then washed with distilled
water (3× 2 mL), and dried under a stream of nitrogen. For the samples
that were functionalized in the presence of amine, ethanolamine
(0.1 mL) was added into the polymer solution prior to addition of the
sample.

Lectin Binding Studies. Samples were subjected to spots (20 μL)
of the relevant fluorescently labeled lectins (0.1 mg.mL−1 in
HEPES) for 30 min (RT, dark). The protein solutions were then
removed by pipet and the surface was washed (2 × 5 mL appropri-
ate buffer, 5 × 5 mL deionized water) and dried under a stream of
nitrogen.

Figure 2. Schematic representation of the immobilization of polymers onto acrylate silane functionalized glass and silicon surfaces.

Figure 1. Polymers synthesized in this work and corresponding SEC traces. (A) pOEGMA and (B) pNIPAM.
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■ RESULTS AND DISCUSSION

The polymers in this study were synthesized using RAFT poly-
merization as it ensures the (quantitative) installation of a thiol-
group at each chain end for subsequent (bio-orthogonal) surface
immobilization (vide infra). As “grafting to” immobilization of
polymers onto surfaces is limited by the steric hindrance of the
polymer chains, only relatively short chains were employed,
justifying the use of RAFT, which provides good control in the
size range of interest. pOEGMA300 and pNIPAM were
polymerized using 2-cyano-2-propyl benzodithioate (CPBD)
and 2-(dodecylthiocarbonothioylthio)-2-methylpropanoic acid,
respectively (see Supporting Information for synthetic details) as
representative responsive polymers. Monomer-to-CTA ratios
of 25, 50, and 100 were used to generate a focused library of
differing molecular weights; see Table 1. The resulting polymers
were characterized by 1H NMR spectroscopy and size-exclusion
chromatography (SEC) indicating good control over molecular
weight and dispersity (Figure 1 and Table 1). The SEC values for
Mn agreed well for the shorter polymers, but for longer ones there
was more deviation due to an underestimation of the molecular
weight arising their brush-like structure in solution, as is
commonly seen for these polymers.21 From this point, the DP
estimated by [M]/[CTA] will be used as the quoted value for

discussion. Both sets of polymers synthesized in this work are
expected to show LCST behavior in aqueous solution. This was
evaluated by turbidimetric analysis (actual curves in the Supporting
Information) and the observed cloud point (macroscopic effect
associated with LCST) reported in Table 1. For both polymer
types, as the chain length is increased the cloud point decreases,
as would be expected. The pNIPAMs exhibit cloud points that
are higher than might be expected due to a combination of their
relatively short length and carboxylic acid end group, both of which
increase the transition to above the often cited value of 32 °C.21,22

With this library of polymers to hand, they could be evaluated
for “grafting to” surfaces with the longer term aim of them being
suitable for (micro)arrays. Array applications require glass slides
as the solid substrates to allow for subsequent analysis by automated
scanning fluorescence binding assays, but the majority of “grafting
to” applications for RAFT involve immobilization onto gold
(c.f self-assembled monolayers).23 We have previously demon-
strated that thio-glycosides could be immobilized onto acrylate-
functionalized glass surfaces via thiol−ene “click” (i.e., Michael
addition)24 and rationalized that this would also be compatible
with RAFT-derived polymers bearing a thiol-end group to enable
their direct immobilization onto glass, Figure 2. This can be
considered as an analogy to thiol−gold immobilization, which is
widely used but limited by the need for the gold substrate
restricting the ultimate application.

Figure 4. XPS spectroscopy analysis. (A) Representative high-resolution
spectrum of the C 1s for pOEGMA coated silicon. (B) Representative
high-resolution spectrum of the C 1s for pNIPAM coated silicon. Data is
shown for x = 25.

Figure 3. Analysis of surface-grafted polymers. (A) Contact angle
analysis. (B) Layer thicknesses determined by ellipsometry on silicon
wafers. Indicated thickness is of each individual layer, not cumulative
thickness. Error bars represent standard deviation from minimum of
three independent measurements.
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To prepare the glass slides, they were first cleaned using
“piranha solution” [CAUTION: Extreme care must be taken
when handling this; see Experimental Section before attempting]
and then functionalized with 3-(trimethoxysilyl)propyl acrylate
by solution phase deposition from toluene. In parallel, silicon
wafers were also functionalized in the same manner to enable full
chemical characterization using XPS (X-ray photoelectron
spectroscopy) and ellipsometry, which are both more challeng-
ing to conduct on glass, in addition to drop shape analysis (DSA)
that works for both surfaces.25 These surfaces were incubated
with polymers that had their RAFT agents cleaved by addition of
ethanolamine, as this has the secondary benefit of catalyzing the
thiol−ene reaction.10
Figure 3 shows the static water contact angle measurements

for glass and silicon surfaces with both pOEGMA and pNIPAM
coatings. Upon addition of the polymers the contact angles
increase from 10° (glass) and 40° (silicon) to around 50° as
would be expected for this class of polymer. The role of added
amine was not clear from the DSA analysis. While amine is
known to catalyze the thiol−ene reaction, DSA is not necessarily
sensitive to the amount of material grafted, as we have previously
reported using thio-glycosides.24 The differences in absolute
contact angles between glass and silicon is likely due to the com-
plex dependence of contact angle on the roughness of the
substrate, especially for static angles.26 Consistently across the

two substrates, the pOEGMA coatings exhibit lower contact
angles than pNIPAM coatings, corresponding with the hydro-
philic nature of the pOEGMA structure. The thickness of the
polymer coatings on the silicon surfaces was investigated using
ellipsometry and modeled using a three layer model, Figure 3B.
All the polymer coatings gave a thickness of 6−7 nm and the
differences between the different polymer types and chain
lengths are not significant. Previous work in this area has found
that pNIPAM brushes grafted to silicon substrates form brushes
with a dry thickness of 3−24 nm, which is comparable with our
results.27 It is important to note that the silicon wafers used in
this study contain a very thick oxide layer (∼290 nm), which is
incorporated into the model, but large compared to the thin
polymer coating. However, the results obtained are realistic for
partially coiled polymers of these lengths and the ellipsometry
measurements (along with the DSA) serve to supplement the
QCM-D analysis (vide infra).
XPS was employed to characterize the polymers grafted to

silicon wafers and to provide chemical evidence of attachment
(additional data in the Supporting Information), Figure 4.
The assigned spectra for C 1s peaks in pOEGMA and pNIPAM
coatings are shown. In each case the most numerous carbon
environment, corresponding to those carbon atoms present on
the polymer backbone, indicated in red, results in the highest

Figure 5.Nonspecific protein adhesion analysis. ConA-FITCwas used as the protein with thio-glucose providing a positive control. Error bars represent
standard deviation from a minimum of three independent measurements.
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intensity peak. The intensity of the remaining peaks is also seen
to appear in order of their prevalence within the structure.
The conjugation of the polymers to the surface should modify

their interfacial properties in particular nonspecific protein adsorp-
tion (relevant for array applications). Fluorescently labeled
Concanavlin A (ConA) (an α-glucose/mannose binding protein
that we have interest in using for glycomics applications)28 was
incubated with the glass surfaces (with and without polymer) for
30 min and subsequently washed and dried, Figure 5. The extent
of protein binding was visualized using a fluorescence array
scanner. A positive control using glucose-functionalized glass
slides was employed (for specific interaction with the ConA).
The native glass and silane-coated slides showed significant
nonspecific absorption of the protein as would be expected and
highlighting the need for protein-resistant coatings. Both pOEGMA
and pNIPAM coatings resulted in significant decreases in protein
binding due in part to their hydrophilic nature, confirming suc-
cessful attachment andmodulation of the surface properties.21,29,30

Quartz-Crystal Microbalance Analysis. This “grafting to”
approach is appealing, enabling full polymer characterization
prior to surface immobilization, and reducing batch-to-batch
variability. However, the attachment of thiol-terminated poly-
mers onto gold substrates remains the current standard despite
the price of the substrates and limited application. We therefore
employed a quartz-crystal microbalance with dissipation (QCM-D)
instrument in order to provide more in-depth analysis of the
“grafting to” both gold and acrylate surfaces. This technique
enables both the kinetics of the process (i.e., how long is required
to achieve maximum coverage) and the total mass absorbed to be
studied and to identify subtle differences between the two classes
of polymer, which the macroscopic measurements do not reveal.
The QCM-Dmonitors the change in frequency ( f) of the under-
lying quartz crystal with an increase in surface mass represented
by a decrease in resonant frequency.31 At the same time, the dis-
sipation (D) of the system is also recorded, providing infor-
mation on the rigidity of the films or brushes which are being
formed. An absorbed layer with a high ΔD is said to be soft,
whereas a low ΔD indicates rigidity.32

POEGMA25 was flowed over a piranha- [CAUTION: see
Experimental Section before using this reagent] cleaned gold
sensor at a concentration of 2 mg·mL−1, which was found to be
sufficient in initial screenings, at a flow rate of 200 μL·min−1.
Prior to adding the polymer, the sensors were equilibrated under
a flow of Milli-Q water for at least 30 min. At the end of the
exposure to the polymer solution, any noncovalent bound poly-
mer was removed by flowing over Milli-Q water again, to ensure
that only the frequency change associated with the attached
polymers was investigated, which avoids false positive results.
Additional experimental considerations can be found in the
Supporting Information. The QCM-D traces (Figure 6) show
that as the polymer is added the frequency decreases, thus
indicating increased mass on the surface. The low dissipation
changes also confirms that the polymers are producing a rigid
film that fully couples to the sensor.31 As for the pOGEMAs, the
pNIPAMs were also applied to the sensor, resulting in frequency
shifts indicative of binding, Figure 7A. Comparison of the totalΔf
for each of the polymers is shown in Figure 7B. Clearly the
pNIPAMs resulted in increased mass of polymer being attached
to the gold compared to corresponding chain lengths of pOEGMA,
with a comparative QCM trace for both polymers with DP = 25
shown in Figure 7C. Therewas little chain length dependence onΔf
for the pOEGMAs, suggesting that in this DP range the limiting
factor for grafting was the steric hindrance of the OEG side chains.

However, for pNIPAM the shorter polymers clearly grafted to
higher amounts than the longer ones, suggesting that chain-
length is the limited factor.
Analysis of the polymer grafting mass is shown in Figure 7.

For pOEGMA samples, all three chain lengths resulted in similar
shifts. For adsorbed films with only smallΔD values, the adsorbed
mass is proportional to the change in frequency and the Sauerbrey
equation may be applied. Figure 7D shows this analysis for DP
25 polymers that would suggest that pNIPAM had around 10-fold
increase in grafting density relative to the pOEGMA. It should be
noted that the Sauerbrey equation is only an approximation in this
regime. A key finding is that the DSA analysis (above) did not
reveal these differences in grafting, validating the combined use of
multiple analytical techniques. For future applications, the density
of chains is crucial, as they would be used for the attachment of
biological binding ligands (e.g., sugars) so maximizing the number
of chains will ensure the highest possible density of binding ligands.
A comparison was then undertaken between thiol−gold immobi-

lization and thiol−acrylate (i.e., the desired application). For this,
the gold QCM-D sensors were replaced with SiO2-coated QCM-D
sensors providing a glass-like surface that could be modified to
install the acrylate groups. Figure 8 shows the frequency changes
upon flowing pNIPAMs over both the acrylate and the SiO2 sensors
as a negative control. Despite an initial sharpΔf when the polymer
is flowed over the SiO2 surface (see Supporting Information for
QCM-D trace), when the solution is reverted to water this
change is reversed and the frequency shifts back to the original
baseline at 0 Hz. This confirms that no polymer is adsorbing onto
the SiO2, as would be expected, and also emphasizes the impor-
tance of recording frequency values postwashing. However, when

Figure 6. (A) Self-assembly of pOEGMA polymers onto a gold surface
via thedithioester RAFT end group (no amine) or free thiol end group
(addition of amine). (B) Typical QCM-D trace for the grafting of
pOEGMA25.
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the acrylate surfaces are used, there was a clear shift in frequency
even after washing, indicating successful conjugation of the RAFTed
polymers onto the surface. The calculated Sauerbrey mass changes
associated with this experiment are shown in Figure 9. The absolute
frequency shifts seen were less than for gold, which may be due
to the density of the acrylate groups. This is supported by the

observation that the DP 25 and DP 100 both gave equal grafting
masses, which is consistent with acrylate spacing being the limiting
factor and not polymer chain length. Nonetheless, this effectively
demonstrates that the thiol−acrylate approach is a convenient and
scalable procedure to enable installation of functional RAFTed
polymers onto transparent glass slides. This method will enable the
fabrication of more complex microarray surfaces, in particular for
glycomics and cell-based assays where the interfacial properties of
the surface of crucial for a successful experiment.

■ CONCLUSIONS

Here RAFTed, thermoresponsive polymers were investigated for
their attachment to glass slides using thiol−ene chemistry as a
versatile route to fabricate surfaces, for example, array appli-
cations. pOEGMA and pNIPAMwere prepared by RAFT as two
representative responsive polymers, bearing significantly differ-
ent side chains with the pOEGMAs being brush-like in structure.
The binding of the polymers onto acrylated glass and silicon sub-
strates was investigated by drop shape analysis, and X-ray photo-
electron spectroscopy confirmed covalent attachment and mod-
ification of the surface properties. The hydrophilic polymers were
shown to effectively reduce the nonspecific absorption of a model
protein compared to the native oxide surface. To quantitatively

Figure 7. QCM analysis of polymer binding to gold surfaces. (A) QCM trace for pNIPAM25. (B) Average change in frequency value attributed to the
binding of each polymer. (C) QCM-D traces comparing pOEGMA25 and pNIPAM25. (D) Sauerbrey mass changes upon binding of pOEGMA25 and
pNIPAM25. Data taken from at least three independent repeats for each sample.

Figure 8. Change in frequency after flowing pNIPAMS over sensors.
Errors bars are standard deviation from a minimum of three repeats.
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evaluate the efficiency of the grafting and compare to the widely
used thiol−gold immobilization quartz crystal microbalance was
employed. This revealed that the pNIPAMS resulted in much
higher grafting densities than the pOEGMAs while crucial for
array applications where the number of end-groups should
be maximized. Compared to thiol−gold, lower densities were
obtained suggesting the acrylate-coating was the limiting step.
Overall this manuscript demonstrates a new and easy approach
to generate polymer-coated glass slides that will find application
in array applications, particularly for glycomics.
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Figure 9. Sauerbrey mass values obtained from the adsorption of
pNIPAM onto both acrylate silane functionalized and native silicon
QCM sensors.
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