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Sequence-controlled methacrylic multiblock
copolymers via sulfur-free RAFT emulsion
polymerization
Nikolaos G. Engelis1†, Athina Anastasaki1,2*†, Gabit Nurumbetov1, Nghia P. Truong2, Vasiliki Nikolaou1,
Ataulla Shegiwal1, Michael R. Whittaker2, Thomas P. Davis2* and David M. Haddleton1,2*

Translating the precise monomer sequence control achieved in nature over macromolecular structure (for example, DNA)
to whole synthetic systems has been limited due to the lack of efficient synthetic methodologies. So far, chemists have
only been able to synthesize monomer sequence-controlled macromolecules by means of complex, time-consuming and
iterative chemical strategies such as solid-state Merrifield-type approaches or molecularly dissolved solution-phase
systems. Here, we report a rapid and quantitative synthesis of sequence-controlled multiblock polymers in discrete stable
nanoscale compartments via an emulsion polymerization approach in which a vinyl-terminated macromolecule is used as
an efficient chain transfer agent. This approach is environmentally friendly, fully translatable to industry and thus
represents a significant advance in the development of complex macromolecule synthesis, where a high level of molecular
precision or monomer sequence control confers potential for molecular targeting, recognition and biocatalysis, as well as
molecular information storage.Q2

1The timeline of evolution has given rise to diversity at all levels
2 of biological organization, enabling the synthesis of complex,
3 diverse and functional sequence-ordered macromolecules such
4 as DNA and proteins in discrete compartments (for example, cells’
5 nuclei, cytoplasm and mitochondria). These sequence-controlled
6 biomacromolecules play a vital role in the development, functioning
7 and reproduction of all living organisms. Therefore, the ability to
8 translate molecular precision, as demonstrated in nature, to highly
9 organized sequence-controlled synthetic analogues would be a
10 significant breakthrough with potential applications in many fields,
11 including nanomedicine and nanotechnology. Arguably, solid-state
12 peptide synthesis (Merrifield synthesis) revolutionized the field,
13 providing access to precisely controlled macromolecules1. However,
14 the time-consuming and iterative attachment/deprotection of
15 monomers in the solid state can be expensive, often results in
16 poor yields, is difficult to scale up, and is often limited to the
17 synthesis of relatively low-molecular-weight oligomers.
18 Synthetic chemical approaches in the homogeneous liquid phase
19 have also been exploited in the last decade to allow access to a wider
20 range of chemical functionalities as well as the synthesis of polymer-
21 based sequence-controlled materials on a larger scale (g or kg rather
22 than mg)2–5. More recently, a range of methodologies have been
23 investigated that aim to more precisely control the sequence of
24 monomers, including single monomer insertion6–8, tandem
25 monomer addition and modification9,10, kinetic control11,12,
26Q3 solution1,13–15, segregating templating16, selected reactivities and
27 sequential growth on soluble polymer supports5,17–19. Importantly,
28 the majority of these strategies remain limited to the synthesis of
29 low-molecular-weight oligomers. In contrast, the synthesis of multi-
30 block copolymers is more scalable and allows for the production of
31 higher-molecular-weight polymers, while the incorporation of a wide
32 range of functionalities along the polymer backbone with controlled

33physico-chemical properties can lead to the formation of highly
34ordered materials exhibiting unique functions and properties.
35As such, improving control over the synthesis of multiblock
36copolymers dissolved in the solution phase has received consider-
37able interest. Contributions by Whittaker, Haddleton, Junkers,
38Perrier and their co-workers have reported the impressive synthesis
39of acrylic and acrylamide multiblock copolymers20–31. Q4However,
40because they made use of catalysts containing either transition
41metals (usually copper) or sulfur, multiple purification steps were
42required to isolate the final pure materials. In addition, the halide
43(as used in transition-metal-mediated approaches) and reversible
44addition fragmentation chain transfer (RAFT) agents are typically
45attached to the polymer backbone even after purification, and
46may be undesirable in certain applications. Further limitations of
47these approaches often include high dispersities (>1.70 for a deca-
48block copolymer), non-quantitative final conversions (∼80%)21,32,
49extended reaction times Q5per chain extension (up to 48 h)21–23, and
50undesirable hydrolysis24 of the chain ends leading to architectural
51heterogeneity. Importantly, these systems have so far proved
52either incompatible with monomers exhibiting relatively low rates
53of propagation, kp, such as methacrylates, or exhibit undesirable
54termination or chain transfer events21,32. This limitation has a detri-
55mental effect on a wide range of applications that require higher
56glass transition temperatures (Tg), as methacrylic polymers exhibit
57significantly higher values than their acrylic counterparts.
58To address these limitations, we were inspired by the segregation
59strategy commonly used in nature to synthesize structurally ‘pure’
60complex biomolecules. Indeed, the well-established ‘emulsion
61polymerization’ (used industrially to make many coatings, adhesives
62and personal care products) is a widely used efficient synthetic
63application of this approach, where monomers and catalysts are
64isolated in nanoscale micelles dispersed in a continuous aqueous
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1 phase33,34. This isolation provides spatial separation to individual
2 growing macromolecules and can significantly reduce unwanted
3 side reactions such as termination (seen in radical polymerizations),
4 and can control chemistry via a kinetic approach. In this Article, we
5 demonstrate for the first time that well-defined, sequence-controlled
6 multiblock copolymers can be synthesized in a facile, rapid, quanti-
7 tative and scalable manner by developing a novel ‘transition metal’
8 and ‘sulfur’ free polymerization approach combined with an emul-
9 sion biomimetic segregation strategy. Catalytic chain transfer
10 polymerization (CCTP), carried out in emulsion, was exploited
11 in the first stage to synthesize a vinyl-terminated poly(methyl meth-
12 acrylate)Q6 (PMMA)macromolecule that was subsequently used in situ
13 as a chain transfer agent for the reversible addition-fragmentation
14 chain transfer polymerization of various methacrylic monomers.

15 Results and discussion
16 Butyl methacrylate (BMA) was first selected as the building block of
17 the sequence-controlled macromolecules to test whether the segre-
18 gation approach of emulsion polymerization is suitable for the syn-
19 thesis of well-defined multiblock polymers via multi-sequential
20 monomer addition. We decided to focus this study on members
21 of the methacrylate monomer family, which have proved challen-
22 ging as they exhibit significantly higher rates of termination relative

23to chain propagation due to their relatively low values of kp, and
24most previous investigations have been directed towards the
25polymerization of monomers with higher kp (such as acrylamides
26and acrylates). A PMMA oligomer with a number-averaged
27molecular weight (Mn) of ∼2,000 g mol−1 ( Q7Ð ∼ 1.7) was
28synthesized in a 0.5 l double-jacketed reactor via CCTP emulsion
29polymerization35–38, and the presence of the terminal vinyl protons
30was confirmed by both 1H NMR and matrix-assisted laser desorption
31ionization time of flight mass spectrometry Q8MALDI–TOF–MS
32(Supplementary Figs 1 and 2). The mechanism of CCTP is depicted
33in Supplementary Fig. 3 and uses appropriate low-spin d6 Co(II)
34complexes (cobaloximes), abstracting a hydrogen from a propagat-
35ing methacrylic radical to yield a Co(III)–H intermediate and an oli-
36gomer with a terminal vinyl group39,40. These unsaturated
37macromolecules have been found to exhibit chain transfer activity
38in the radical polymerization of methacrylates41. The chain transfer
39mechanism proceeds via chain transfer followed by fragmentation
40to give a macroradical that is able to initiate monomer B, ultimately
41leading to block copolymers. Fragmentation is favoured over chain
42growth as the rate of chain growth from the sterically hindered
43macroradical is greatly reduced relative to a normal methacrylic
44radical, while the rate of unimolecular fragmentation is unaffected
45by the increased steric constraints. The new chain propagates via

b

a

c

d

PMMA-b-PBMA10-b-PBMA10-b-PBMA10-b-PBMA10-b-PBMA10-b-PBMA10-b-PBMA10-b-PBMA10-

b-PBMA10-b-PBMA10-b-PBMA10-b-PBMA10-b-PBMA10-b-PBMA10-b-PBMA10-b-PBMA10-b-

PBMA10-b-PBMA10-b-PBMA10-b-PBMA10

PMMA-b-PBMA10-b-PBzMA10-b-PEHMA10-b-PBMA10-b-PBzMA10-b-PEHMA10-b-PBMA10-b-

PBzMA10-b-PEHMA10-b-PBMA10-b-PBzMA10-b-PEHMA10-b-PBMA10-b-PBzMA10-b-PEHMA10-b-

PBMA10-b-PBzMA10-b-PEHMA10-b-PBMA10-b-PBzMA10

PMMA-b-PBMA45-b-PBzMA45-b-PEHMA45-b-PBMA45-b-PBzMA45-b-PEHMA45

PMMA-b-PBMA5-b-PBzMA10-b-PEHMA15-b-PBMA20-b-PEHMA25-b-PEHMA30-b-PBzMA35-b-

PBzMA40-b-PBMA45-b-PBMA50

OO

b b

OO

b

OO

b

OO

b

OO

b

OO

b

OO

b

OO

b

OO

b

OO

b

OO
n 10 10 10 10 10 10 10 10 10

OO

b b

OO

b

OO

b

OO

b

OO

b

OO

b

OO

b

OO

b

OO OO

10 10 10 10 10 10 10 10 10 10

OO

10

OO

b b

OO

b

OO

b

OO

b

OO

b

OO

b

OO

b

OO

b

OO

b

OO

b

OO
n 10 10 10 10 10 10 10 10 10 10

OO

b b

OO

b

OO

b

OO

b

OO

b

OO

b

OO

b

OO

b

OO OO

10 10 10 10 10 10 10 10 10 10

OO

OO

b b

OO

b

OO

b

OO

b

OO

b

OO OO OO
n 45 45 45 45 45 45

OO

b b

OO

b

OO

b

OO

b

OO

b

OO

b

OO

b

OO

b

OO

b

OO OO OO

n 5 10 15 20 25 30 35 40 45 50

Figure 1 | Structure of multiblock copolymers synthesized in this work by a combination of catalytic chain transfer polymerization (macromonomer
synthesis) followed by sulfur-free RAFT emulsion polymerization. All multiblock copolymers were prepared at 85 °C (in a 0.5 l reactor under monomer-
starved conditions) via the segregation approach of emulsion polymerization using KPS as initiator and PMMA (∼2,000 g mol−1) as the initial CTA.
a, Structure of the heneicosablock homopolymer using BMA as the model monomer (DPn = 10 per block, on average 2 h per block). b, Structure of the
heneicasoblock multiblock copolymer consisting of BMA, BzMA, EHMA and MMA (DPn = 10 per block, on average 2 h per block). c, Structure of higher-
molecular-weight heptablock multiblock copolymer consisting of BMA, BzMA, EHMA and MMA (DPn= 45 per block). d, Structure of the undecablock
multiblock copolymer, altering the monomer sequence and composition throughout the polymerization (DP =

∑10
i=1 (5i) per block).
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1 repeated addition of monomer B. The propagating block copolymer
2 chain can again react with the macromonomer, resulting in an
3 addition fragmentation process not unlike RAFT, mediated by
4 sulfur-containing chain transfer agents.Q9 The PMMA ‘macromono-
5 mer’ is subsequently used as a chain transfer agent (CTA; without
6 purification) to facilitate the synthesis of multiblock copolymers
7 with an initial ratio of [CTA]:[monomer]:[initiator] = 1:10:0.03 via
8 reversible addition fragmentation chain transfer emulsion polymer-
9 ization. This approach is summarized in Fig. 1. BMAwas used as the
10 second monomer and each block was designed to beQ10 DPn = 10
11 (Fig. 2a). Note that a targeted DP of 10 for each chain extension
12 was selected to minimize the proportion of missing blocks
13 (percent of defective chains) in the final multiblock material,
14 which will be minimal according to a recently published paper by
15 Harrisson and co-workers42. Under the aforementioned conditionsQ11 ,
16 degassed mixtures of (1) monomer and (2) initiator in water were
17 fed into the reactor via a syringe pump (see Supplementary Fig. 4
18 for the synthesis setup). It should be noted that an oxygen
19 centred radical initiator (potassium persulfate) is used at this step
20 to deactivate, in situ, the CoBF catalyst (used in the first step for
21 the formation of the macromonomer) via radical addition to the
22 unsaturated groups with ligand ‘bleaching’, thus precluding the need
23 for purification of the CTA before subsequent block formation43.
24 This second stage of polymerization resembles a typical RAFT
25 polymerization. The following components were included: (1) a
26 free radical initiator (potassium persulfate in this case) to generate
27 the radical source and at the same time deactivate CoBF, (2) a
28 CTA (vinyl-terminated PMMA in this case) and (3) a monomer
29 (BMA in this case). On completion of the additionQ12 , the reaction

30was allowed to proceed for 1 h (giving a total of two and a half
31hours, including the feeding time), after which a sample was
32taken for further analysis. 1H NMR spectroscopy confirmed high
33monomer conversion (>99%) while Q13SEC showed the molecular
34weight distributions (MWDs) shifting to higher molecular
35weights, with an observed decrease in dispersity (Ð ∼ 1.3) and excel-
36lent agreement between the theoretical and experimental molecular
37weights (Fig. 3). This confirmed the potential of this technique to
38support the synthesis of low-dispersity multiblock copolymers
39from methacrylates. When a second aliquot of BMA was sub-
40sequently added, a further reduction in dispersity was evident
41(Ð ∼ 1.25), which decreased further upon addition of each sub-
42sequent monomer aliquot, reaching a quasi hexablock multiblock
43copolymer with Mn ∼ 10,400 g mol−1 and a final dispersity of 1.10
44(see Supplementary Tables 1 and 2 for details of synthesis). This
45sequential addition was performed with success 20 times, resulting
46in a heneicosa (21) quasi multiblock copolymer (including the CTA,
47as the CTA itself is also a polymer with Mn = 2,000 g mol−1) with a
48relatively narrow molecular weight distribution (Ð ∼ 1.20) and high
49degree of control, as demonstrated both by the good control over the
50MWDs and the satisfactory correlation between theoretical and
51experimental values, despite 20 cycles of sequential monomer
52addition. Throughout all the monomer additions, SEC showed
53monomodal distributions that shifted to higher molecular weights,
54while 1H NMR confirmed >99% monomer conversion in each
55step (Fig. 3a,b and Table 1, entry 1). Following additional chain
56extensions, no compromise over control of the molecular weight
57distributions was observed, and the dispersity of the resultant tetra-
58cosa (24) multiblock remained as low as 1.21 (Supplementary Figs 5
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Figure 2 | Conceptual scheme for the synthesis of multiblock copolymers via sulfur-free RAFT emulsion polymerization. a, Macromonomer formation via
catalytic chain transfer polymerization in emulsion. b, Segregation effect during particle formation. c, Diblock copolymer obtained after initial chain extension.
d, Multiblock formation after 20 consecutive chain extensions.
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1 to 8). These data confirm the capacity of the segregation approach of
2 emulsion polymerization to successfully synthesize well-defined
3 sequence-controlled multiblock copolymers from the challenging
4 methacrylic monomers.
5 It is noted that in the 1H NMR results, the remaining vinyl peaks
6 observed between 5.5 and 6.6 ppm correspond to the terminal
7 double bond from the CTA, as the monomer vinyl peaks appear
8 at a slightly different chemical shift (see Supplementary Fig. 9 for
9 further details). This allows for calculation of the monomer conver-
10 sion and also shows that the residual vinyl peaks in the spectrum of
11 the final product correspond to the CTA rather than any remaining
12 unreacted monomer. An important consideration for successful
13 synthesis of this quasi multiblock copolymer is to maintain the

14solid content of the emulsion in relatively low/moderate levels to
15stabilize it and avoid coagulation, which would limit the final
16yield and increase the structural heterogeneity of the final
17product. To circumvent this, the system was further diluted before
18the addition of each monomer batch (Supplementary Table 1). It
19is remarkable that when comparing the first ten methacrylate block
20homopolymers (Ð ∼ 1.12) with the fully optimized acrylamide deca-
21block homopolymer reported in the literature (Ð ∼ 1.15), not only do
22they exhibit a similar level of control (Ð ∼ 1.12 versus 1.15), but the
23overall polymerization rates are also similar (∼2 h per block),
24despite the methacrylates having such a low kp (between 1,000 and
251,500 l mol−1 dm−3; acrylates: 40,000–60,000 l mol−1 dm−3)28,44–46.
26Of course, this is only possible due to the compartmentalization
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1 effects of emulsion polymerization, which result in an acceleration
2 of the polymerization rate while maintaining low termination
3 levels due to the low concentrations of the radical47,48. Further
4 evidence for the high control of the system can be seen from the
5 plot of the evolution of the number-averaged molecular weight
6 with each monomer addition, where both Mn and weight-averaged
7 molecular weight (Mw) increase linearly with time, with very little
8 deviation from theoretical values (Fig. 3d). In addition, dynamic
9 light scattering (DLS) was used to characterize this multiblock
10 homopolymer, demonstrating an increase in the hydrodynamic
11 diameter with increasing Mn, which supports the gradual growth
12 of the material (Fig. 3c)47.
13 Having optimized the conditions for the synthesis of a quasi
14 multiblock homopolymer, we were interested in applying them
15 for the fabrication of more complex multiblock materials with the
16 inclusion of different monomers to impart a wide range of
17 physico-chemical properties to the final materials.Q14 Apart from the
18 PMMA macro CTA, which was used as the first (or the last)
19 block, a family of three additional methacrylic monomers was
20 used, including benzyl methacrylate (BzMA), 2-ethyl hexyl meth-
21 acrylate (EHMA) and BMA. The inclusion of different monomers
22 (see Supplementary Tables 3 and 4 for details) resulted in a henei-
23 cosablock (21) multiblock copolymer that exhibited relatively
24 narrow molecular weight distributions (Ð ∼ 1.35) for such a
25 complex structure (Fig. 2b). Note that when an icosablock (20) multi-
26 block copolymer was synthesized by Perrier and co-workers using a
27 much more quickly propagating monomer family (acrylamides), a
28 similar level of control was attained (Ð ∼ 1.35 for both systems)28.
29 SEC again confirmed complete shifts to higher molecular weight
30 following each monomer addition (Fig. 4a), while DLS showed an
31 increase in the hydrodynamic diameter of the particles with increas-
32 ing Mn (Supplementary Fig. 10), and 1H NMR revealed very high
33 conversions (>99%) throughout the block copolymerization cycles
34 (Supplementary Fig. 11), demonstrating the quantitative synthesis
35 of highly ordered sequence-controlled multiblock copolymers.
36 Additional chain extensions could also be achieved, although the dis-
37 persities increased further. Nevertheless, a tetracosa (24) multiblock
38 copolymer could be attained (Supplementary Figs 10 to 13). The
39 final product contained no contaminating halide or sulfur moieties,

40in contrast with both classical ATRP Q15and RAFT polymerization
41where typical purification methods such as precipitation or dialysis
42cannot remove the covalently attached halogen or RAFT agent49,50.
43As high-molecular-weight block copolymers are of interest
44because of their ability to self-assemble and/or phase separate to
45form higher ordered structures in both solution and the solid
46state, we were interested in probing the potential of the technique
47for the synthesis of higher-molecular-weight multiblock copoly-
48mers. Under the previously optimized conditions, each block was
49designed to have DPn = 45, resulting in a well-defined heptablock
50multiblock copolymer) consisting of MMA, BMA, BzMA and
51EHMA (Fig. 2c). Other important considerations when synthesizing
52complex materials such as sequence-controlled multiblock copoly-
53mers are potential issues associated with scaling up of the polymer-
54ization process. To bridge the gap between small-scale synthesis in
55research laboratories and commercialization, and explore the
56robustness of our technique, we synthesized the high-molecular-
57weight multiblock copolymers on a high multigram scale (∼80 g)
58in a 0.5 l double-jacketed reactor (Fig. 4b). This contrasts with
59solid peptide syntheses or even with iterative exponential growth
60approaches, which are typically limited to milligrams of product19.
61Despite this process scale-up, quantitative or near-quantitative con-
62versions (>99%) were achieved throughout the monomer addition
63cycles (Supplementary Fig. 14). DLS showed a gradual evolution
64of the hydrodynamic diameter, and the final polymer had a disper-
65sity value of 1.24 (Mn ∼ 41,300 g mol−1, Table 1, entry 3). The ease
66of scale-up and maintenance of polymer architectural control high-
67lights the versatility and robustness of this system in facilitating
68the synthesis of higher-molecular-weight materials (Fig. 4c; see
69Supplementary Figs 14 and 15 and Supplementary Tables 5 and 6
70for further details). As such, the diblock and triblock copolymers
71that are typically used at this molecular weight (Mn ∼ 10,000–
7240,000 g mol−1) can be easily prepared quantitatively within a few
73hours. Post-synthesis, the multiblock was isolated via dialysis, yield-
74ing 80 g of a white solid material (Fig. 4d). It should be highlighted
75that, because the macromonomer has the dual role of simul-
76taneously being the CTA and the last (or first) building block, the
77final material is a clear white solid, in contrast to copper- or
78sulfur-catalysed polymerizations, where brown/green and pink/

Table 1 | Summary of the analysis of the multiblock copolymers obtained in this study including final conversions, molecular
weights and dispersities.

Block composition No of blocks Conversion* (%) M n,th
† (g mol−1) Mn,SEC

‡ (g mol−1) ÐSEC
§ Diameter|| (nm) PSD¶

DPn = 10 21 >99 29,800 27,800 1.20 330 0.117

DPn = 10 21 >99 36,400 29,500 1.35 360 0.112

DPn= 45 7 98 48,200 41,300 1.24 400 0.125

DPn =
∑10

i=1 (5i) 11 >99 44,100 42,000 1.25 450 0.250

*Overall monomer conversion for all additions characterized by 1H NMR. CDCl3:acetone-d6 (3:2 vol/vol). Conversions for each iteration are tabulated in the Supplementary Information Q23; †Mn,th = [M]0 × p ×MM/
[CTA]0 +MCTA; Q24‡Number-averaged molecular weight as measured by SEC (Mn,SEC);

§Dispersity of molecular weight as measured by SEC (ÐSEC);
||Diameter of polymer particles as measured by DLS;

¶Polydispersity of particle diameters as measured by DLS (PSD). Each coloured sphere represents one block, with the black sphere representing the CTA, and red, blue and green representing BMA, BzMA
and EHMA blocks, respectively.
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1 yellow products are typically obtained at the end of the polymeriz-
2 ations and, even after several purification processes (for example,
3 dialysis, precipitation and so on), the RAFT agent and the
4 halogen will still be present at the termini of the macromolecules.
5 The vast majority of the studies associated with multiblock copo-
6 lymers maintain the same DP (or chain length) for each block. For
7 example, the synthesis of a decablock with DPn ∼ 10 per block or a
8 hexablock with DPn ∼ 45 per block does not necessarily mean that
9 any combination of chain length can be incorporated into the
10 same multiblock copolymer. At the same time, the multiblocks
11 reported typically follow a specific pattern (for example,
12 ABCDABCD) and thus a question arises about whether each
13 monomer can equally support the propagation (for example, will
14 ABCD work as well as ACBD and so on). To explore this, a gradu-
15 ally increasing DP undecablock gradient multiblock copolymer was
16 targeted, poly(BMA5-b-BzMA10-b-EHMA15-b-BMA20-b-EHMA25-
17 b-EHMA30-b-BzMA35-b-BzMA40-b-BMA45-b-BMA50-b-MMA10),
18 where the propagation of each monomer was investigated (Fig. 2d
19 and Supplementary Tables 7 and 8). Indeed, all of the methacrylate
20 monomers examined here were found to efficiently support the
21 propagation, allowing the desired manipulation of the monomer
22 sequence to yield a well-defined undecablock multiblock copolymer
23 of Mn ∼ 42,000 g mol−1, with good agreement between theoretical
24 and experimental molecular weights and narrow MWDs (Ð ∼ 1.25,
25 Fig. 5a,b and Supplementary Fig. 16). Note that relatively hydrophobic
26 monomers have been used in these studies, as a certain degree of

27hydrophobicity is required to perform a successful emulsion
28polymerization; that is, an appropriate equilibrium of monomer is
29required in both the oil and water phases. However, for applications
30where hydrophilic monomers are required we envisage an inverse
31emulsion polymerization might alternatively be used, as well as a
32combination of protected and unprotected monomers for amphiphilic
33structures. Finally, we would like to acknowledge that although the
34targeted materials have been successfully obtained, as characterized
35by DLS, SEC and NMR, finding solid proof of the complex structure
36of these multiblock copolymers remains a challenge.

37Conclusions
38We have demonstrated that a segregation approach of emulsion
39polymerization is able to produce well-defined sequence-controlled
40macromolecules. Despite altering the sequence of the monomer
41composition, narrow molecular weight distributions were obtained
42while achieving a heneicosablock copolymer, with quantitative con-
43versions attained throughout all the iterative monomer additions.
44Higher-molecular-weight multiblock copolymers could also be syn-
45thesized in a quantitative manner, which were subsequently scaled
46up to ∼80 g, further highlighting the robustness of the technique.
47The absence of any transition metal or sulfur catalysts, the scalability
48of the process, the quantitative yields (>99%) and the high polymer-
49ization rates despite such a Q16low activated monomer pave the way for
50the synthesis of a new class of macromolecular sequence-controlled
51materials for a wide range of applications including nanostructured
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Figure 4 | Scalable synthesis of the high-molecular-weight hexablock copolymer. The copolymer consists of BMA, BzMA, EHMA and MMA at 85 °C (in a
0.5 l reactor with monomer-starved conditions) via a segregation approach of emulsion polymerization using KPS as initiator and PMMA (∼ 2,000 g mol−1)
as the initial CTA. a, Molecular weight distributions of heneicosablock multiblock copolymer by SEC. b, Image of the double-jacketed 0.5 l reactor used for
the high-scale synthesis. c, Molecular weight distributions of heptablock copolymer by SEC. d, Total amount of material/product obtained after six
successive additions.

ARTICLES NATURE CHEMISTRY DOI: 10.1038/NCHEM.2634

NATURE CHEMISTRY | ADVANCE ONLINE PUBLICATION | www.nature.com/naturechemistry6

mspmcg
Cross-Out

mspmcg
Inserted Text
1d



1 materials, polymeric phase separation, single chain folding and drug
2 delivery, among others.

3 Methods
4 Process for the synthesis of a PMMAmacromonomer by CCTP in emulsion. In a
5 typical CCTP in emulsion process, CoBF (7.5 mg) was placed in a 100 ml round-
6 bottomed flask together with a stirring bar. The flask was purged with nitrogen for at
7 least 1 h. Subsequently, MMA (20 ml, 18.72 g, 186.98 mmol), previously degassed
8 for 30 min, was added to the flask via a degassed syringe. The mixture was vigorously
9 stirred under an inert atmosphere until total dissolution of the catalyst. Meanwhile,
10 4,4′-azobis(4-cyanovaleric acid) (CVA) (0.5 g, 1.78 mmol), SDS (0.3 g, 1.04 mmol)
11 and 130 ml water were charged into a three-neck, 500 ml double-jacketed reactor,
12 equipped with an RTDQ17 temperature probe and an overhead stirrer. The mixture was
13 purged with nitrogen and stirred at 325 r.p.m. for at least 30 min. Subsequently, the
14 mixture was heated under an inert atmosphere. When the temperature in the reactor
15 reached 70 °C, the MMA–CoBF solution was added using a degassed syringe and a
16 syringe pump (feeding rate = 0.666 ml min–1, feeding time = 30 min). When this
17 addition was over, stirring continued for another 30 min under the same conditions.
18 Subsequently, the heat pump settings were adjusted to 107 °C to maintain the
19 reaction temperature at 80–82 °C and stirring continued for 60 min. Mn of the
20 macromonomer was calculated from 1H NMR spectra.

21 General process for the synthesis of multiblock copolymers by free-radical
22 polymerization in emulsion. The amount of monomer to be added to the PMMA

23macromonomer latex was calculated according to the desired DP. For each addition,
24the volume of aqueous Q18potassium persulfate (KPS) solution added was equal to the
25monomer volume. The additions were stopped and dilutions were made with
26water when the solid content reached values above which coagulation was very
27likely to occur. After every dilution, the solid content of the latex was measured
28(in g ml−1) and the value was taken into account to calculate the amounts of reagents
29for the next addition cycle.

30Process for chain extension of the PMMAmacromonomer with BMA (DPn = 10)
31by free-radical polymerization in emulsion. PMMAmacromonomer latex (125 ml;
320.129 g ml–1) was diluted by adding 37 ml of water to achieve 10% solid content.
33The resulting latex was charged in the reactor and purged with nitrogen for 30 min
34while stirring. The emulsion was then heated. Q19When the temperature in the reactor
35reached 85–86 °C and was stable, BMA (15.9 ml, 14.22 g, 0.1 mol) and potassium
36persulfate aqueous solution (79.5 mg potassium persulfate in 15.9 ml of water)
37were added simultaneously (both having been degassed previously for 30 min)
38using degassed syringes and a syringe pump (feeding rate = 0.16 ml min–1, feeding
39time = 100 min). When the addition was over, stirring was continued for another
4060 min under the same conditions.

41SEC. SEC analyses were performed on an Agilent 1260 SEC-MDS fitted with
42differential refractive index (DRI), light scattering (LS) and viscometry (VS)
43detectors equipped with 2 × PLgel 5 mm mixed-D columns (300 × 7.5 mm), 1 ×
44PLgel 5 mm guard column (50 × 7.5 mm) and autosampler. Narrow linear PMMA
45standards in the range of 200 to 1.0 × 106 g mol−1 were used to calibrate the system.
46All samples were passed through a 0.45 µm PTFE Q20filter before analysis. The mobile
47phase was chloroform with 2% triethylamine (flow rate of 1.0 ml min–1). SEC data
48were analysed using Cirrus v3.3.

49MALDI–TOF–MS. MALDI–TOF–MS was conducted using a Bruker Daltonics
50Ultra flex II MALDI–TOF–MS mass spectrometer, equipped with a nitrogen laser
51delivering 2 ns laser pulses at 337 nm with positive-ion TOF detection performed
52using an accelerating voltage of 25 kV. Solutions in tetrahydrofuran (50 µl) of
532,5-dihydroxybenzoic acid (DHB) as matrix (saturated solution), sodium iodide as
54cationization agent (1.0 mg ml–1) and sample (1.0 mg ml–1) were mixed and 0.7 µl
55of the mixture was applied to the target plate. Spectra were recorded in reflector
56mode calibrating PEG-Me 1,100 kDa.

571H NMR. 1H NMR spectra were recorded on a Bruker DPX-300 and HD-400
58spectrometers using a mixture of deuterated chloroform and deuterated acetone
59(vol/vol = 3/2), both obtained from Aldrich. Chemical shifts are given in ppm
60downfield from the internal standard tetramethylsilane.

61DLS.DLS measurements were performed on a Malvern Instruments Zetasizer Nano
62Series instrument with a detection angle of 173°, and the Z-average mean
63hydrodynamic diameter and the width of the particle size distribution (PSD) were
64obtained from analysis of the autocorrelation function. Latex (1 µl) was diluted with
651 ml of deionized water that had been filtered previously with a 0.20 µm membrane
66to ensure the minimization of dust and other particulates. At least three
67measurements were made at 25 °C for each sample, with an equilibrium time of
682 min before starting measurements.

69Received 22 February 2016; accepted 2 September 2016;
70published online XX XX 2016

71References
721. Merrifield, R. B. Solid phase peptide synthesis. I. The synthesis of a tetrapeptide.
73J. Am. Chem. Soc. 85, 2149–2154 (1963).
742. Lutz, J.-F., Ouchi, M., Liu, D. R. & Sawamoto, M. Sequence-controlled polymers.
75Science 341, 1238149 (2013).
763. Ouchi, M., Badi, N., Lutz, J.-F. & Sawamoto, M. Single-chain technology using
77discrete synthetic macromolecules. Nat. Chem. 3, 917–924 (2011).
784. Badi, N. & Lutz, J.-F. Sequence control in polymer synthesis. Chem. Soc. Rev. 38,
793383–3390 (2009).
805. Lutz, J.-F. Sequence-controlled polymerizations: the next holy grail in polymer
81science? Polym. Chem. 1, 55–62 (2010).
826. Zamfir, M. & Lutz, J.-F. Ultra-precise insertion of functional monomers in
83chain-growth polymerizations. Nat. Commun. 3, 1138 (2012).
847. Vandenbergh, J., Reekmans, G., Adriaensens, P. & Junkers, T. Synthesis of
85sequence-defined acrylate oligomers via photo-induced copper-mediated radical
86monomer insertions. Chem. Sci. 6, 5753–5761 (2015).
878. Vandenbergh, J., Reekmans, G., Adriaensens, P. & Junkers, T. Synthesis of
88sequence controlled acrylate oligomers via consecutive RAFT monomer
89additions. Chem. Commun. 49, 10358–10360 (2013).
909. Nakatani, K., Ogura, Y., Koda, Y., Terashima, T. & Sawamoto, M. Sequence-
91regulated copolymers via tandem catalysis of living radical polymerization and
92in situ transesterification. J. Am. Chem. Soc. 134, 4373–4383 (2012).

6 5 4 3 2 1 0

11
10

9
8

7
6

5
4

3
2

1

>99%

>99%

100%
100%

>99%

98%

>99%
99%

98%
98%
>99%

δ (ppm)

10 100 1,000 10,000 100,000

0.0

0.5

1.0

w
dl

og
M

M (g mol–1)

a

b

Figure 5 | Synthesis and characterization of the undecablock copolymer
following various patterns obtained via consecutively switching between
different monomers. a, SEC traces of the undecablock copolymer showing a
clear shift towards higher molecular weights. b, 1H NMR traces for synthesis
of the undecablock copolymer following various patterns showing no
remaining monomer throughout the sequential chain extensions. The
copolymer consists of BMA, BzMA, EHMA and MMA at 85 °C (in a
0.5 l reactor with monomer-starved conditions) via a segregation approach
of emulsion polymerization using KPS as initiator and PMMA
(∼ 2,000 g mol−1) as the initial CTA.

NATURE CHEMISTRY DOI: 10.1038/NCHEM.2634 ARTICLES

NATURE CHEMISTRY | ADVANCE ONLINE PUBLICATION | www.nature.com/naturechemistry 7



1 10. Ida, S., Ouchi, M. & Sawamoto, M. Template-assisted selective radical addition
2 toward sequence-regulated polymerization: lariat capture of target monomer by
3 template initiator. J. Am. Chem. Soc. 132, 14748–14750 (2010).
4 11. Pfeifer, S. & Lutz, J.-F. A facile procedure for controlling monomer sequence
5 distribution in radical chain polymerizations. J. Am. Chem. Soc. 129,
6 9542–9543 (2007).
7 12. Guo, Y., Zhang, J., Xie, P., Gao, X. & Luo, Y. Tailor-made compositional gradient
8 copolymer by a many-shot RAFT emulsion polymerization method. Polym.
9 Chem. 5, 3363–3371 (2014).
10 13. Pfeifer, S., Zarafshani, Z., Badi, N. & Lutz, J.-F. Liquid-phase synthesis of block
11 copolymers containing sequence-ordered segments. J. Am. Chem. Soc. 131,
12 9195–9197 (2009).
13 14. Hartmann, L. & Börner, H. G. Precision polymers: monodisperse, monomer-
14 sequence-defined segments to target future demands of polymers in medicine.
15 Adv. Mater. 21, 3425–3431 (2009).
16 15. Zuckermann, R. N., Kerr, J. M., Kent, S. B. H. & Moos, W. H. Efficient method
17 for the preparation of peptoids [oligo (N-substituted glycines)] by submonomer
18 solid-phase synthesis. J. Am. Chem. Soc. 114, 10646–10647 (1992).
19 16. McHale, R., Patterson, J. P., Zetterlund, P. B. & O’Reilly, R. K. Biomimetic radical
20 polymerization via cooperative assembly of segregating templates. Nat. Chem. 4,
21 491–497 (2012).
22 17. Ueda, M. Sequence control in one-step condensation polymerization. Prog.
23 Polym. Sci. 24, 699–730 (1999).
24 18. Bayer, E.&Mutter,M. Liquid phase synthesis of peptides.Nature237,512–513 (1972).
25 19. Barnes, J. C. et al. Iterative exponential growth of stereo- and sequence-
26 controlled polymers. Nat. Chem. 7, 810–815 (2015).
27 20. Soeriyadi, A. H., Boyer, C., Nyström, F., Zetterlund, P. B. & Whittaker, M. R.
28 High-order multiblock copolymers via iterative Cu(0)-mediated radical
29 polymerizations (SET-LRP): toward biological precision. J. Am. Chem. Soc. 133,
30 11128–11131 (2011).
31 21. Anastasaki, A. et al. High molecular weight block copolymers by sequential
32 monomer addition via Cu(0)-mediated living radical polymerization (SET-
33 LRP): an optimized approach. ACS Macro Lett. 2, 896–900 (2013).
34 22. Anastasaki, A. et al. Photoinduced sequence-control via one pot living radical
35 polymerization of acrylates. Chem. Sci. 5, 3536–3542 (2014).
36 23. Anastasaki, A. et al. Photoinduced synthesis of α,ω-telechelic sequence-
37 controlled multiblock copolymers. Macromolecules 48, 1404–1411 (2015).
38 24. Alsubaie, F., Anastasaki, A., Wilson, P. & Haddleton, D. M. Sequence-controlled
39 multi-block copolymerization of acrylamides via aqueous SET-LRP at 0 °C.
40 Polym. Chem. 6, 406–417 (2015).
41 25. Zhang, Q. et al. Sequence-controlled multi-block glycopolymers to inhibit DC-
42 SIGN-gp120 binding. Angew. Chem. Int. Ed. 52, 4435–4439 (2013).
43 26. Vandenbergh, J. & Junkers, T. Alpha and omega: importance of the nonliving
44 chain End in RAFT multiblock copolymerization. Macromolecules 47,
45 5051–5059 (2014).
46 27. Chuang, Y.-M., Ethirajan, A. & Junkers, T. Photoinduced sequence-controlled
47 copper-mediated polymerization: synthesis of decablock copolymers. ACS
48 Macro Lett. 3, 732–737 (2014).
49 28. Gody, G., Maschmeyer, T., Zetterlund, P. B. & Perrier, S. Rapid and quantitative
50 one-pot synthesis of sequence-controlled polymers by radical polymerization.
51 Nat. Commun. 4, 2505 (2013).
52 29. Martin, L., Gody, G. & Perrier, S. Preparation of complex multiblock copolymers
53 via aqueous RAFT polymerization at room temperature. Polym. Chem. 6,
54 4875–4886 (2015).
55 30. Junkers, T. & Wenn, B. Continuous photoflow synthesis of precision polymers.
56 React. Chem. Eng. 1, 60–64 (2016).
57 31. Wenn, B., Martens, A. C., Chuang, Y. M., Gruber, J. & Junkers, T. Efficient
58 multiblock star polymer synthesis from photo-induced copper-mediated
59 polymerization with up to 21 arms. Polym. Chem. 7, 2720–2727 (2016).
60 32. Boyer, C., Soeriyadi, A. H., Zetterlund, P. B. & Whittaker, M. R. Synthesis of
61 complex multiblock copolymers via a simple iterative Cu(0)-mediated radical
62 polymerization approach. Macromolecules 44, 8028–8033 (2011).
63 33. Zetterlund, P. B., Thickett, S. C., Perrier, S., Bourgeat-Lami, E. & Lansalot, M.
64 Controlled/living radical polymerization in dispersed systems: an update. Chem.
65 Rev. 115, 9745–9800 (2015).
66 34. Truong, N. P. et al. Facile production of nanoaggregates with tuneable
67 morphologies from thermoresponsive P(DEGMA-co-HPMA). Polym. Chem. 7,
68 430–440 (2016).

6935. Moad, C. L., Moad, G., Rizzardo, E. & Thang, S. H. Chain transfer activity
70of ω-unsaturated methyl methacrylate oligomers. Macromolecules 29,
717717–7726 (1996).
7236. Hutson, L. et al. Chain transfer activity of ω-unsaturated methacrylic oligomers
73in polymerizations ofmethacrylic monomers.Macromolecules 37, 4441–4452 (2004).
7437. Suddaby, K. G., Haddleton, D. M., Hastings, J. J., Richards, S. N. &
75O’Donnell, J. P. Catalytic chain transfer for molecular weight control in the
76emulsion polymerization of methyl methacrylate and methyl methacrylate
77−styrene. Macromolecules 29, 8083–8091 (1996).
7838. Kukulj, D., Davis, T. P., Suddaby, K. G., Haddleton, D. M. & Gilbert, R. G.
79Catalytic chain transfer for molecular weight control in the emulsion homo- and
80copolymerizations of methyl methacrylate and butyl methacrylate. J. Polym. Sci.
81A 35, 859–878 (1997).
8239. Haddleton, D. M., Maloney, D. R., Suddaby Adam Clarke, K. G. &
83Richards, S. N. Radical-addition-fragmentation and co-polymerization of
84methyl methacrylate macromonomers from catalytic chain transfer
85polymerization (CCTP). Polymer 38, 6207–6217 (1997).
8640. Haddleton, D. M., Maloney, D. R. & Suddaby, K. G. Competition between
87β-scission of macromonomer-ended radicals and chain transfer to cobalt(II)
88in catalytic chain transfer polymerization (CCTP). Macromolecules 29,
89481–483 (1996).
9041. Krstina, J. et al. Narrow polydispersity block copolymers by free-radical
91polymerization in the presence of macromonomers. Macromolecules 28,
925381–5385 (1995).
9342. Gody, G., Zetterlund, P. B., Perrier, S. & Harrisson, S. The limits of precision
94monomer placement in chain growth polymerization. Nat. Commun. 7,
9510514 (2016).
9643. Heuts, J. P. A. & Smeets, N. M. B. Catalytic chain transfer and its derived
97macromonomers. Polym. Chem. 2, 2407–2423 (2011).
9844. Buback, M., Kurz, C. H. & Schmaltz, C. Pressure dependence of propagation rate
99coefficients in free-radical homopolymerizations of methyl acrylate and dodecyl
100acrylate. Macromol. Chem. Phys. 199, 1721–1727 (1998).
10145. Beuermann, S. et al. Critically evaluated rate coefficients for free-radical
102polymerization, 2. Propagation rate coefficients for methyl methacrylate.
103Macromol. Chem. Phys. 198, 1545–1560 (1997).
10446. Zammit, M. D., Coote, M. L., Davis, T. P. &Willett, G. D. Effect of the ester side-
105chain on the propagation kinetics of alkyl methacrylates. An entropic or
106enthalpic effect? Macromolecules 31, 955–963 (1998).
10747. Truong, N. P., Dussert, M. V., Whittaker, M. R., Quinn, J. F. & Davis, T. P. Rapid
108synthesis of ultrahigh molecular weight and low polydispersity polystyrene
109diblock copolymers by RAFT-mediated emulsion polymerization. Polym. Chem.
1106, 3865–3874 (2015).
11148. Gilbert, R. G. Emulsion Polymerization: AMechanistic Approach (Academic, 1995).
11249. Chang, C.-W., Bays, E., Tao, L., Alconcel, S. N. S. & Maynard, H. D. Differences in
113cytotoxicity of poly (PEGA)s synthesized by reversible addition–fragmentation
114chain transfer polymerization. Chem. Commun. 3580–3582 (2009).
11550. Pissuwan, D., Boyer, C., Gunasekaran, K., Davis, T. P. & Bulmus, V. In vitro
116cytotoxicity of RAFT polymers. Biomacromolecules 11, 412–420 (2010).

117Acknowledgements
118The authors acknowledge financial support from the University ofWarwick, the Australian
119Research Council (ARC) Centre of Excellence in Convergent Bio-Nano Science and
120Technology (CE140100036) and Lubrizol (to N.G.E.). D.M.H. is a Wolfson/Royal Society
121Research Fellow. The authors acknowledge the facilities and personnel (A.A., M.R.W.,
122T.P.D. and D.M.H.) enabled by the Monash–Warwick Alliance.

123Author contributions
124A.A., D.M.H. and T.P.D. conceived and designed the experiments. N.G.E. and A.A.
125performed the experiments. N.G.E., A.A. and V.N. analysed the data. A.A. and N.G.E.
126co-wrote the paper. All authors discussed the results and commented on the manuscript.
127A.A. and N.G.E. contributed equally to this work. Q21

128Additional information
129Supplementary information is available in the online version of the paper. Reprints and
130permissions information is available online at www.nature.com/reprints. Correspondence and
131requests for materials should be addressed to A.A., T.P.D. and D.M.H.

132Competing financial interests
133The authors declare no competing financial interests.134

ARTICLES NATURE CHEMISTRY DOI: 10.1038/NCHEM.2634

NATURE CHEMISTRY | ADVANCE ONLINE PUBLICATION | www.nature.com/naturechemistry8



1 nchem.2634 Table of Contents summary
2 Achieving sequence control in a synthetic polymer is more challen-
3 ging and time consuming than it is for biopolymers. Now, it has
4 been shown that the synthesis of sequence-controlled multiblock
5 copolymers can be carried out via emulsion polymerization. This
6 approach is environmentally friendly and yields complex multiblock
7 materials with low dispersity and high yields.

M (g mol–1)

Emulsion polymerization

Facile scale up No metal or
sulfur catalysts

Polymerization of
methacrylates

Sequence control

89

NATURE CHEMISTRY DOI: 10.1038/NCHEM.2634 ARTICLES

NATURE CHEMISTRY | ADVANCE ONLINE PUBLICATION | www.nature.com/naturechemistry 9



<<
  /ASCII85EncodePages false
  /AllowTransparency false
  /AutoPositionEPSFiles true
  /AutoRotatePages /None
  /Binding /Left
  /CalGrayProfile ()
  /CalRGBProfile (sRGB IEC61966-2.1)
  /CalCMYKProfile (U.S. Web Coated \050SWOP\051 v2)
  /sRGBProfile (sRGB IEC61966-2.1)
  /CannotEmbedFontPolicy /Error
  /CompatibilityLevel 1.3
  /CompressObjects /Off
  /CompressPages true
  /ConvertImagesToIndexed true
  /PassThroughJPEGImages true
  /CreateJobTicket false
  /DefaultRenderingIntent /Default
  /DetectBlends true
  /DetectCurves 0.1000
  /ColorConversionStrategy /LeaveColorUnchanged
  /DoThumbnails false
  /EmbedAllFonts true
  /EmbedOpenType false
  /ParseICCProfilesInComments true
  /EmbedJobOptions true
  /DSCReportingLevel 0
  /EmitDSCWarnings false
  /EndPage -1
  /ImageMemory 1048576
  /LockDistillerParams true
  /MaxSubsetPct 100
  /Optimize false
  /OPM 1
  /ParseDSCComments true
  /ParseDSCCommentsForDocInfo true
  /PreserveCopyPage false
  /PreserveDICMYKValues true
  /PreserveEPSInfo true
  /PreserveFlatness true
  /PreserveHalftoneInfo false
  /PreserveOPIComments false
  /PreserveOverprintSettings true
  /StartPage 1
  /SubsetFonts true
  /TransferFunctionInfo /Apply
  /UCRandBGInfo /Remove
  /UsePrologue true
  /ColorSettingsFile (None)
  /AlwaysEmbed [ true
  ]
  /NeverEmbed [ true
  ]
  /AntiAliasColorImages false
  /CropColorImages true
  /ColorImageMinResolution 150
  /ColorImageMinResolutionPolicy /OK
  /DownsampleColorImages true
  /ColorImageDownsampleType /Bicubic
  /ColorImageResolution 450
  /ColorImageDepth -1
  /ColorImageMinDownsampleDepth 1
  /ColorImageDownsampleThreshold 1.00000
  /EncodeColorImages true
  /ColorImageFilter /DCTEncode
  /AutoFilterColorImages true
  /ColorImageAutoFilterStrategy /JPEG
  /ColorACSImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /ColorImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000ColorACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000ColorImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasGrayImages false
  /CropGrayImages true
  /GrayImageMinResolution 150
  /GrayImageMinResolutionPolicy /OK
  /DownsampleGrayImages true
  /GrayImageDownsampleType /Bicubic
  /GrayImageResolution 450
  /GrayImageDepth -1
  /GrayImageMinDownsampleDepth 2
  /GrayImageDownsampleThreshold 1.00000
  /EncodeGrayImages true
  /GrayImageFilter /DCTEncode
  /AutoFilterGrayImages true
  /GrayImageAutoFilterStrategy /JPEG
  /GrayACSImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /GrayImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000GrayACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000GrayImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasMonoImages false
  /CropMonoImages true
  /MonoImageMinResolution 1200
  /MonoImageMinResolutionPolicy /OK
  /DownsampleMonoImages true
  /MonoImageDownsampleType /Bicubic
  /MonoImageResolution 2400
  /MonoImageDepth -1
  /MonoImageDownsampleThreshold 1.00000
  /EncodeMonoImages true
  /MonoImageFilter /CCITTFaxEncode
  /MonoImageDict <<
    /K -1
  >>
  /AllowPSXObjects false
  /CheckCompliance [
    /None
  ]
  /PDFX1aCheck true
  /PDFX3Check false
  /PDFXCompliantPDFOnly false
  /PDFXNoTrimBoxError false
  /PDFXTrimBoxToMediaBoxOffset [
    35.29000
    35.29000
    36.28000
    36.28000
  ]
  /PDFXSetBleedBoxToMediaBox false
  /PDFXBleedBoxToTrimBoxOffset [
    8.50000
    8.50000
    8.50000
    8.50000
  ]
  /PDFXOutputIntentProfile (OFCOM_PO_P1_F60)
  /PDFXOutputConditionIdentifier ()
  /PDFXOutputCondition (OFCOM_PO_P1_F60)
  /PDFXRegistryName ()
  /PDFXTrapped /False

  /CreateJDFFile false
  /SyntheticBoldness 1.000000
  /Description <<
    /JPN <FEFF3053306e8a2d5b9a306f300130d330b830cd30b9658766f8306e8868793a304a3088307353705237306b90693057305f00200050004400460020658766f830924f5c62103059308b3068304d306b4f7f75283057307e305930023053306e8a2d5b9a30674f5c62103057305f00200050004400460020658766f8306f0020004100630072006f0062006100740020304a30883073002000520065006100640065007200200035002e003000204ee5964d30678868793a3067304d307e30593002>
    /DEU <>
    /FRA <>
    /PTB <>
    /DAN <>
    /NLD <>
    /ESP <>
    /SUO <>
    /ITA <>
    /NOR <>
    /SVE <>
    /ENU (NPG PRINT PDF Job Options. 4th September 2006. PDF 1.3 Compatibility. Adds Trim and Bleed boxes top Nature pages where none exist.)
  >>
>> setdistillerparams
<<
  /HWResolution [2400 2400]
  /PageSize [665.858 854.929]
>> setpagedevice




